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OLD BUSINESS:  
 
13-03 Smoothness requirements for PCCP rehabilitation  
10/7/2013 – The bid item under section 5-05.5 “Ride Smoothness Compliance Adjustment” was recently placed 

in a PCCP grinding project (section 5-01). This created an issue in that the adjustment is calculated by 
multiplying the unit contract price for cement concrete pavement, times the volume of concrete, times the 
Ride Smoothness Profile index. The problem is that we pay for grinding by the square yard not cubic yards. 
Currently we wouldn’t pay an incentive for grinding. The question was asked if we should pay an incentive 
for grinding. It was concluded that the small panel replacements were not a big deal and would not be 
considered for incentive. Jim Powell pointed out the International Grooving and Grinding Association ( IGGA) 
is working on a smoothness specification. Jim Powell said he will see if he can get a copy and send it out to 
the group.  

4/21/2014 – Jim reported that the IGGA Specifications were not available yet. The Departments van is being 
equipped with a line laser that should take out any variability due to tinning. There are two ways to go about 
smoothness specifications absolute or percent improvement. The Department uses three different 
schedules of pay factors for the smoothness of HMA. IRI can vary depending on the time of the day. You can 
use a lightweight vehicle or a Ride Van. Contractors prefer to have the information collected by the Ride Van 
when bidding. The walk through worked well on a recent project. Having the ability to get out and look at 
the road with traffic control in place is great. Action Item: Jim Powell to get a copy of the IGGA smoothness 
Specifications. 

10/20/2014 – The IGGA smoothness spec is still not published.   Contractors did not support using IRI for 
smoothness.  They prefer the California Profilograph (CP) for measurements.   Dave Erickson said he is 
drafting a new smoothness specification using IRI and that it will likely be sent to industry committee 
members for comment before our next meeting. 

4/6/2015 – Jim Powell provided the IGGA Guide Specification: Conventional Diamond Grinding for Pavement 
Preservation (Attached). WSDOT indicated it is waiting for a new PCCP contract to obtain data. WSDOT has a 
line laser for PCCP. WSDOT has a draft of a draft spec that is waiting on data from the Snoqualmie Pass 
contract before sharing the draft outside the department. 

10/21/2015 – Discussion – Jim Powell focused the discussion by reminding the group that his concern is in 
regard to an incentive/disincentive for smoothness on grinding projects.  There is currently no bid item for a 
smoothness penalty for pavement placed under the Section 5-01 specs.  Jeff Uhlmeyer is working on a spec 
similar to the HMA smoothness spec – this will eliminate the issue of Section 5-01 not having a unit price for 
concrete.  Further discussion at next meeting. 

11/9/2016 – Bob Dyer reported that current WSDOT Specs require the contractor to gather the smoothness 
data from grinding operations in profilograph format, and to use that data as the basis for acceptance but 
provide no incentive or disincentive for smoothness. Jeff Uhlmeyer reported that although he and Mark 
Russel have been working on a PCCP grinding smoothness incentive/disincentive spec patterned after the 
HMA smoothness spec, Jeff has changed course based on work done by AASHTO which provides the 
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incentive based on percent improvement in IRI.  The draft of the AASHTO spec is not available for being 
shared yet, but Jeff will share it when he can. 

April 10, 2017 – Update from Jeff Uhlmeyer – Jeff will send out a draft of the spec in about one month. 
March 29, 2018 – (Attach #1) Attachment #1 has been reviewed and seems to be satisfactory to WSDOT and 

Industry.  We will move forward with the spec, making changes if experience dictates. Item Closed. 
 
14-03 Alternate material for the installation of dowel bars and tiebars in existing PCCP  
4/21/2014 – Jim Allen of ACME Paving brought samples of and discussed using AMBEX Cementitious Anchoring 

Capsule for tie bars and dowels. This is a dry pre-mixed cement grout that is contained in a water permeable 
wrapping. Once the grout capsule is saturated in water it becomes a fast setting grout. The system was 
reported as being used in Minnesota, New York and Idaho. It was suggested that we contact Mark Gaines, 
The Bridge Construction Engineer to see if the structural side of the house had any experience with the 
system. Mark’s comments were “ I am not familiar with Ambex AAC and don't believe we have ever used a 
product like this for bridge or structure applications. Based on the data sheet, it seems like a good product 
with documented pull-out capacities. While you aren't looking for pull-out capacity, a high pull-out capacity 
provides some indication that the hole has been completely filled with a high-quality material. A couple 
things that could be concerns. I would imagine that dowel bars see considerable cyclic loading as heavy 
vehicles pass over the joints. I'd have some concern that this product would not hold up as well as an epoxy 
to repeated cyclic loading over a number of years. Cementitious products are likely more brittle and less 
pliable than epoxy-based product. The other thing you may want to look at is whether this product is 
suitable for horizontal anchoring like you would have with dowel bars. The data sheet doesn't identify if this 
is appropriate for only downward vertical anchors or if it works for horizontal anchors. Epoxy product data 
sheets are usually very specific with respect to what applications that are suitable for. I have not heard 
anything about 9-20 products bonding better to dry surfaces. However, I very quickly took a look at three of 
the products covered by QPL 9-20.2 (SikaQuick 2500, Tamms Express Repair and Quikrete FastSet DOT Mix). 
All three of these products require saturated surface dry conditions before placement. I assume the other 
products do as well, but I didn't check. From my experience, we would always rely on following the 
manufacturer's recommendations for proprietary products like these. Deviating from these 
recommendations could product a product that doesn't achieve the properties identified in the data sheets. 
If there is research on this, could you have NW-ACPA forward it on to us/me?” Action Item: Jeff Uhlmeyer to 
check with other states and then possibly look for a job to try them on.  

10/20/2014 – No discussion at today’s meeting.  Robert Seghetti agreed to follow up at next meeting. 
4/6/2015 – No discussion. 
10/21/2015 – Steve Clark will follow up.  
May 12, 2016 – Steve Clark explained that the problem needing to be fixed is that industry is looking for a more 

economical means s to anchor tie bars than by using epoxy - for projects with small quantities of tie bars. 
This issue relates to tie bars only, and not to dowels. Industry is seeking approval to use grout to anchor the 
tie bars, as an option to the epoxy that is currently required.  Messrs. Uhlmeyer and Russell indicated that 
they would be OK with grout in this application as long as the annular space is completely filled.  Bob Dyer 
agreed to draft a spec and send it out for review as soon as possible this spring. 

November 9, 2016 – Further clarification from industry is that a project with “small quantities” of tie bars is a 
project with less than 500 SY of PCCP. WSDOT pavement management said the property that’s needed for 
grout when used with tie bars is pull-out strength.  Bob Dyer agreed to draft a spec for grout for tie bars 
along those lines. Dave Jones will consider getting epoxies for dowel bars on the QPL. Jim Powell will draft a 
spec regarding epoxy for dowel bars that works more smoothly and timely for contractors but also meets 
WSDOT needs. 

April 10, 2017 – Bob Dyer provided a draft spec (Attach #1, 14-03). Industry will submit pullout data on grout.  
Bob Dyer will ask Kurt Williams if small quantities of epoxy can be accepted by certification. Industry 
requested today that WSDOT consider the spec changes being contemplated for anchoring drilled dowel 
bars to also be considered for use on drilled tie bars. 
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March 29, 2018 – Industry wants an epoxy that can be on the QPL and accepted by manufacturer’s cert. Dave 
Jones reported that WSDOT’s reluctance to accept epoxy by manufacturer’s cert is because so many of the 
samples we test at the HQ lab fail to meet specs. There are one or two epoxies that consistently pass 
WSDOT tests, and they are accepted by manufacturer’s cert. Industry requested that epoxies be accepted by 
lot, because it seems irrational that epoxies from the same lot will pass tests for one contract then fail tests 
for another contract. Industry also questioned if we really need more than 5,000 psi? It was agreed that this 
issue will taken on by a separate task group for resolution, and Jim Powell will organize its meetings. 

 
16-01 Smoothness requirements when paving next to existing pavement. 
May 12, 2016 – Industry is concerned that it is impossible to match a pre-existing joint (or newly-paved HMA 

joint) and simultaneously meet specs for PCCP pavement smoothness, and this is becoming a more common 
WSDOT expectation with projects that have stages and traffic switches.  

November 9, 2016 – Jim Powell agreed to provide a draft of a proposed spec at the next meeting. 
April 10, 2017 – This item needs to be discussed with WSDOT Project Development so it can be addressed in the 

contracts during advertisement as a contract requirement and therefore priced by a level playing field.  
Some ideas for addressing this would be to put a requirement in the contract (1) profile grind the existing 
edge before placing PCCP, for the case when existing is either HMA or PCCP. (2) Place new PCCP with a 2’+- 
gap between the edge of new PCCP and existing, then fill the 2’ gap with a transition of HMA or PCCP that 
matches the edge on both sides. (3) Place the new PCCP to best-fit machine match the existing, but hand-
finish the outer 2’ or so of the fresh concrete to precisely match the existing. Bob Dyer and Mark Russel will 
develop some possible spec changes for discussion at the next meeting. Industry provided excerpts from 
three other states showing some ways other states are dealing with surface smoothness of new PCCP place 
adjacent to PCCP placed on a previous contract (Attach #2a, #2b, and #2c). 

March 29, 2018 – Continued discussion – This issue has so many variables and complexities, it was agreed that 
this issue will taken on by a separate task group for resolution, and Jim Powell will organize its meetings. 

 
16-02 Thickness measurement. 
May 12, 2016 – ACPA’s concern is that measuring cores cannot be done as accurately as needed, given the large 

area each core represents. Industry’s preference would be to use a precision survey, done before and after 
paving, to form the basis for calculating pavement depth. It was acknowledged that we will still need to take 
cores for density measurement. Bob Dyer agreed to research other owner’s methods for measuring PCCP 
pavement depth. 

November 9, 2016 – Dave Jones reported on his visit to the FHWA Mobile PCCP testing lab, which showcased a 
nondestructive thickness measuring device (see photo below). It was agreed that industry would provide a 
draft of a proposed spec to determine PCCP thickness which addresses all of industry’s concerns. 

April 10, 2017 – Update from Industry.  A draft spec was provided proposing an alternative way of measuring 
thickness by precision surveying (Attach #3a) and using magnetic imaging tomography (MIT) (Attach #3b). 

March 29, 2018 – (Attach #2) is a copy of the spec for measuring PCCP thickness using magnetic imaging 
tomology.  Since the last meeting, industry has reviewed it and commented. The attached draft has been 
revised to address industry comments. Dyer will send out an editable MS Word version with the minutes so 
committee members can make comments.  Send Comments to Mark Russell. 

 
16-05 Restrictions on vibrations caused by adjacent work on early cure of PCCP. 
May 12, 2016 – ACPA voiced concerns that WSDOT specs have no restriction on vibrations caused by nearby 

equipment during the early cure of PCCP, which can lead to cracks in the panels.  
November 9, 2016 – Discussion on this item was deferred to the next meeting. 
April 10, 2017 – Continued discussion. Industry will draft a proposal for a spec for discussion next meeting. 
March 29, 2018 – It was pointed out that there is a spec that says “…Placement of Shoulder material may 

commence when the pavement has developed a compressive strength of 1,800 psi as determined from 
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cylinders…”.  Bob Dyer pointed out that beyond that this is an issue that must be managed between the 
PCCP sub and the prime.  Item closed. 

 
16-06  Recycled concrete use in PCCP specification 
November 9, 2016 – David Jones provided a handout of a draft spec change which will allow the use of recycled 

coarse aggregate from recycled PCCP (attach 16-06) as coarse aggregate for new PCCP. 
April 10, 2017 –Dave Jones is working on some revisions to the version handed out at the last meeting. 
March 29, 2018 – (Attach #3) is the revised spec. It is now a GSP.  Item closed. 
 
16-08 Use of IRI for smoothness acceptance on new PCCP 
November 9, 2016 – Jeff Uhlmeyer reports that he and Mark Russell have been working on an IRI spec for the 

Ride Smoothness Compliance Adjustment in new PCCP based on the WSDOT IRI spec for HMA. Their draft 
will be shared with industry soon. 

April 10, 2017 – Mark Russell provided drafts of proposed changes to the specs that use IRI instead of 
profilograph. (Attach #6a, #6b, and #6c) 

March 29, 2018 – (Attach #4a and 4b) are now GSP’s,  and are the current standard.  Industry is OK with these as 
a starting point. Item closed. 

 
16-09  Ride Smoothness Compliance Adjustment for New PCCP when Paving 14 feet but striping 12 + 2 
November 9, 2016 – Johnny Salinas pointed out that an anomaly in payment occurs regarding the area of new 

PCCP eligible for the Ride Smoothness Compliance Adjustment on projects that require a 12 foot lane to be 
paved monolithically with 2 feet of shoulder; in other words, situations in which there is no longitudinal 
joint at the fog line. WSDOT does this occasionally on the lane adjacent to a shoulder to provide an 
additional 2 feet of load transfer onto the shoulder. The concern is that some WSDOT offices are applying 
the Ride Smoothness Compliance Adjustment 12 feet wide (the width of the lane) and others are applying 
it 14 feet wide (the width of monolithic pavement).   The specification needs to be clarified to ensure this is 
being interpreted consistently throughout the state.  Bob Dyer agreed to look into it (as a state-wide issue) 
and report back at the next meeting. All members are reminded that our meeting is a forum for state-wide 
issues, and not a forum for project-specific issues; Contractors must take contract-specific issues to the 
WSDOT project Engineer through the prime contractor. 

April 10, 2017 – Update from Bob Dyer - proposed spec language is attached (Attach #7a and 7b). 
March 29, 2018 – Discussion on revising this spec will be deferred because the new spec under consideration 

makes this revision moot. Item closed. 
 
16-10 Spall Repair 
November 9, 2017 - Industry isn’t happy with the current WSDOT spec for spall repair. Steve Clark will provide a 

draft spec addressing their concerns at the next meeting. 
April 10, 2017 – A new spall repair spec is out.  
March 29, 2018 - Attached #5 is the current GSP and should be in all jobs with spall repair. Industry agrees it is a 

good approach. Item closed. 
 
17-01 HMA/PCCP Interface discussions at WSDOT/AGC Roadway 
April 10, 2017 – Update Jim Powell and Bob Dyer 
March 29, 2018 – Bob Dyer reported that hea attended a few AGC Roadway Team meeting because they 

proposed a spec change to modify the PCCP thickness acceptance spec.  Their interest in this spec is to find a 
way to shorten the time between HMA paving and PCCP paving on top of HMA, particularly on complex 
urban contracts. Bob reported that he advised the AGC Roadway Team that their proposal was not 
acceptable because it would result in WSDOT accepting thinner PCCP than the current spec allows. 
Attachment #8, Item 17-01 is the proposal that was discussed at AGC Roadway Team. Item closed. 
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17-02  Meeting Locations 
April 10, 2017 – Discussed alternating the meeting location between Bullfrog and, say, Bellevue. No objections 

heard. Item closed. 
 
NEW BUSINESS 
 
18-01  Alternate to Corrosion Resistent Dowell Bars 
March 29, 2018 - Alternate to corrosion resistant dowell bars (hollow tube) Spec attached (Attach #6). All 

attendees seems familiar. Item closed 
 
18-02 Upcoming Training 
March 29, 2018 - Concrete Preservation Tech May 2, 2018 (Attach #7) Jeff Uhlmeyer invited anyone interested. 

Item closed. 
 
Next Meeting: October 11, 2018, 9A-noon, Bullfrog Conference Room. 
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ATTACHMENT #1 ITEM 13-03 
 

DRAFT SPECIFICATION FOR GRIINDING SMOOTHNESS ON PAVEMENT REHAB PROJECTS 
 
Pavement Smoothness 
Section 5-01.3(10) is replaced with the following 
 
Pavement surface smoothness for cement concrete pavement grinding on this project will include 
International Roughness Index (IRI) testing.  Ride quality will be evaluated using the Mean 
Roughness Index (MRI) calculated by averaging the IRI data for the left and right wheel path within 
the section. 
 
Smoothness Testing Equipment and Operator Certification 

Inertial profilers and inertial profiler operators shall meet the requirements in Table 1. 

Table 1 

Smoothness Testing Equipment and Operator Requirements 

Item Requirement Time limit for certification 

Inertial Profiler AASHTO M 328 NA 

Inertial Profiler 
Certification 

AASHTO R 56 
Within the preceding 12 months 
of profile measurement 

Inertial Profiler Operator 
Certification 

AASHTO R 56 
Within three years preceding 
profile measurement 

 
Equipment or operator certification by other states or a profiler certification facility will be accepted 
provided the certification meets the requirements of AASHTO R 56.  Documentation verifying 
certification by another state shall be submitted to the Engineer a minimum of 14 calendar days 
prior to profile measurement.  Equipment certification documentation shall include the information 
required by part 8.5 and 8.6 of AASHTO R 56.  Operator documentation shall include a statement 
from the certifying state that indicates the operator is certified to operate the inertial profiler to be 
used on the project.  The decision whether another states certification meets the requirements of 
AASHTO R 56 shall be vested entirely in the Engineer. 
 
Surface Smoothness 
Operate the inertial profiler in accordance with AASHTO R 57.  Collect two longitudinal traces, one 
in each wheel path.  Collect the control profile at locations designated in Table 2 prior to any 
pavement rehabilitation Work on the areas to be tested.  Collect an acceptance profile at locations 
designated in Table 2 after completion of all cement concrete pavement grinding on the project. 
Profiles shall be collected in a continuous pass including areas excluded from pay adjustments.  
Provide notice to the Engineer a minimum of seven calendar days prior to testing. 

 
  



NW-ACPA Agenda   
March 29, 2018 

Page 7 of 28 

Table 2 
Locations Requiring MRI Testing 

Travel lanes where cement concrete 
grinding is shown in the plans 

Control profile 

Additional locations designated by the 
Engineer 

Control profile 

Travel lanes with completed cement 
concrete pavement grinding 

Acceptance profile  

Bridges, approach panels and 0.02 miles 
before and after bridges and approach 
panels and other excluded areas within 
lanes requiring testing 

Control and 
acceptance profile 

Ramps, Shoulders and Tapers Do not test 

 
Within 30 calendar days after the Contractor’s testing, the Engineer may perform verification 
testing.  If the verification testing shows a difference in MRI greater than the 10 percent, the 
following resolution process will be followed: 

 
1. The profiles, equipment and procedures will be evaluated to determine the cause of the 

difference. 
2. If the cause of the discrepancy cannot be resolved the pavement shall be retested with both 

profilers at a mutually agreed time.  The two profilers will test the section within 30 minutes 
of each other.  If the retest shows a difference in MRI equal or greater than the percentages 
shown in Table 2 of AASHTO R 54 the Engineer’s test results will be used for pavement 
smoothness acceptance. 

 
The Contractor shall evaluate profiles for acceptance or corrective action using the current version 
of ProVAL and provide the results including the profile data in unfiltered electronic Engineering 
Research Division (ERD) file format to the Engineer within 3 calendar days of completing each days 
profile testing. If the profile data files are created using an export option in the manufacturer’s 
software where filter settings can be specified, use the filter settings that were used to create data 
files for certification. Analyze the entire profile.  Exclude areas listed in Table 3.  

Table 3 
Areas Excluded from MRI Acceptance Requirements 

Location Exclude 

Beginning and end of grinding Pavement within 0.02 mile 

Bridges and approach slabs 
The bridge and approach slab and 0.02 mile from 
the ends of the bridge or approach slab 

Defects in the existing roadway 
identified by the Contractor that 
adversely affect the MRI such as dips, 
depressions and wheel path longitudinal 
joints. (Note 1) 

0.01-mile section containing the defect and the 
0.01-mile section following the section with the 
defect. 

Note 1: The presence of defects is subject to verification by the Engineer   

Report the MRI results in inches per mile for each 0.01-mile section and each 0.10-mile section.  Do 
not truncate 0.10-mile sections for areas excluded from MRI acceptance requirements.  MRI 
requirements will not apply to 0.10-mile sections with more than three 0.01 mile-sections excluded.  
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MRI requirements for the individual 0.01-mile sections shall still apply.  The Engineer will verify the 
analysis. 

The MRI for each 0.10 mile of ground lane will comply with the following: 

Control Profile MRI per 0.10 mile Maximum MRI of Acceptance Profile per 0.10 mile 

≤130 inches/mile 78 inches/mile 

>130 inches/mile 0.6 X Control Profile MRI 

 
The MRI for each 0.01 mile of the completed cement concrete grinding shall not exceed 160 
inches/mile. 

All Work is subject to parallel and transverse 10-foot straightedge requirements, corrective work 
and disincentive adjustments. 

Surface smoothness of travel lanes including areas subject to MRI testing shall not vary more 
than ⅛ inch from the lower edge of a 10-foot straightedge placed on the surface parallel to the 
centerline.  

The smoothness perpendicular to the centerline will be measured with a 10-foot straightedge 
within the lanes.  There shall be not vertical elevation difference of more than a ¼ inch between 
lanes. 

Pavement that does not meet these requirements will be subject to corrective Work.  All 
corrective Work shall be completed at no additional expense, including traffic control, to the 
Contracting Agency.  Pavement shall be repaired by one or more of the following methods: 

1. Diamond grinding.       
2. By other method approved by the Engineer. 

Repair areas shall be re-profiled to ensure they no longer require corrective Work.  With 
approval of the Engineer, a 10-foot straight edge may be used in place of the inertial profiler.   

If correction of the roadway as listed above either will not or does not produce satisfactory 
results as to smoothness or serviceability the Engineer may accept the completed pavement 
and a credit will be calculated in accordance with Section 5-01.5.  Under these circumstances, 
the decision whether to accept the completed pavement or to require corrective work as 
described above shall be vested entirely in the Engineer. 

Payment 

Section 5-01.5 is supplemented with the following: 

“Grinding Smoothness Compliance Adjustment”, by calculation. 

Grinding Smoothness Compliance Adjustments will be based on the requirements in Section 
5-01.3(10) and the following calculations: 

A smoothness compliance adjustment will be calculated in the sum of minus $100 for each 
and every section of single traffic lane 0.01 mile in length and $1,000 for each and every 
section of single traffic lane 0.10 mile in length that does not meet the requirements in Section 
5-01.3(10) after corrective Work.  
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ATTACHMENT #2 ITEM 16-02 
 
DRAFT SPEC FOR THICKNESS MEASUREMENT OF PCCP USING MAGNETIC IMAGING 

 
5-05.3(7) Placing, Spreading, and Compacting Concrete  
 Vacant 
5-05.4 Measurement 
Item 3 in the second paragraph is revised to read: 

The depth shall be determined in accordance with 5-05.5(1).  The depth utilized to calculate the volume 
shall not exceed the Plan depth plus 0.04 feet. 
 

The third paragraph is revised to read: 
The volume of cement concrete pavement in each thickness lot shall equal the measured length × width × 
thickness measurement. 

 
5-05.5 Payment  
The paragraph following the Bid Item “Cement Conc. Pavement”, per cubic yard is supplemented with: 

 
All costs associated the performing the magnetic pulse induction thickness testing shall be included in the 
contract bid item for “Cement Conc. Pavement”. 

 
5-05.5(1) Pavement Thickness 
This section is replaced with the following: 
 

Cement concrete pavement shall be constructed in accordance with the thickness requirements in the 
Plans and Specifications. Tolerances allowed for Subgrade construction and other provisions, which may 
affect thickness, shall not be construed to modify such thickness requirements. 
 
Thickness measurements in each lane paved shall comply with the following: 

 

Thickness Testing of Cement Concrete Pavement 

Thickness Lot Size 15 panels maximum 

Thickness test location 
determined by 

Engineer will select testing locations in accordance 
with WSDOT TM 716 method B. 

Sample method AASHTO T 359 

Sample preparation 
performed by 

Contractor provides, places, and secures disks in the 
presence of the Engineer (Note 1) 

Measurement method AASHTO T 359 

Thickness measurement 
performed by 

Contractor, in the presence of the Engineer (Note 2) 

 
Note 1: Reflectors shall be located at within 0.5 feet of the center of the panel.  The contractor shall supply a 
sufficient number of 300 mm-diameter round reflectors meeting the requirements of AASHTO T 359 to 
accomplish the required testing. 
Note 2: The Contractor shall provide all equipment and materials needed to perform the testing. 

 
Thickness measurements shall be rounded to the nearest 0.01 foot. 
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Each thickness test location where the pavement thickness is deficient by more than 0.04 foot, shall be 
subject to price reduction or corrective action as shown in Table 2. 
 

Thickness Deficiency 
Table 2 

Thickness Deficiency 
Price Reduction (percent) or Corrective 

Action 

0.04’ < Thickness Deficiency ≤ 0.06’ 10 

0.06’ < Thickness deficiency ≤ 0.08’ 25 

Thickness deficiency > 0.08’ 
Remove and replace the panels or the 
panels may be accepted with no payment 
at the discretion of the Engineer. 

 
The price reduction shall be computed by multiplying the percent price reduction in Table 2 by the unit 
Contract price by the volume of pavement represented by the thickness test lot. 

 
Additional cores may be taken by the Contractor to determine the limits of an area that has a thickness 
deficiency greater than 0.04 feet. Cores shall be taken at the approximate center of the panel.  Only the 
panels within the limits of the deficiency area as determined by the cores will be subject to a price 
reduction or corrective action.  The cores shall be taken in the presence of the Engineer and delivered to 
the Engineer for measurement. All costs for the additional cores including filling the core holes with 
patching material meeting the requirements of Section 9-20 will be the responsibility of the Contractor. 

 
5-05.5(1)A Pavement Thickness 
This section is deleted. 
 
5-05.5(1)B Pavement Thickness 
This section is deleted. 
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ATTACHMENT #3 ITEM 16-06 
 

(January 2, 2018) 2 Coarse aggregate derived from the recycling of Cement Concrete Pavement 3 
removed from the project may be used as coarse aggregate or blended with coarse 4 aggregate for 
Cement Concrete Pavement. The Contractor shall remove all 5 bituminous material, joint sealant 
and backer material from the existing pavement 6 prior to removal for recycling. The recycled 
concrete aggregates shall meet the 7 requirements of Section 9-03.21(1)B. Cement Concrete 
Pavement experiencing 8 carbonate silica reaction, sulfate reaction, D cracking or any other 
conditions that 9 may affect concrete durability shall not be used. Cement Concrete Pavement mix 
10 designs using recycled concrete aggregates will require the use of Low Alkali 11 Cement or 25 
percent Class F fly ash by total weight of the cementitious materials 12 or the Contractor shall 
submit evidence that other ASR mitigating measures control 13 expansion in accordance with 
Section 9-03.1(1) 
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ATTACHMENT #4a ITEM 16-08 
 
Use in projects where most concrete paving will be continuous and where and paving will be 
completed in a single season.  
 
Smoothness Testing Equipment 
Section 5-05.3(3)E is replaced with the following: 

 
Inertial profilers shall meet all requirements of AASHTO M 328 and be certified in accordance 

with AASHTO R 56 within the proceeding12 months.   

The inertial profiler operator shall be certified as required by AASHTO R 56 within three years 
proceeding profile measurement.    
 
Equipment or operator certification by other states or a profiler certification facility will be 
accepted provided the certification meets the requirements of AASHTO R 56.  Documentation 
verifying certification by another state shall be submitted to the Engineer a minimum of 14 
calendar days prior to profile measurement.  Equipment certification documentation shall 
include the information required by part 8.5 and 8.6 of AASHTO R 56.  Operator 
documentation shall include a statement from the certifying state that indicates the operator is 
certified to operate the inertial profiler to be used on the project.  The decision whether 
another states certification meets the requirements of AASHTO R 56 shall be vested entirely 
in the Engineer. 
 

Surface Smoothness 
Section 5-05.3(12) is replaced with the following: 

 
Pavement surface smoothness for this project will include International Roughness Index (IRI) 
testing.  The Contractor shall perform IRI testing on each through lane, climbing lane, and 
passing lane, greater than 0.25 mile in length and these lanes will be subject to 
incentive/disincentive adjustments.  Ride quality will be evaluated using the Mean Roughness 
Index (MRI) calculated by averaging the IRI data for the left and right wheel path within the 
section. 
 
Ramps, shoulders and tapers will not be included in MRI testing for pavement smoothness 
and will not be subject to incentive adjustments.  All Work is subject to parallel and transverse 
10-foot straightedge requirements, corrective work and disincentive adjustments. 
 
Operate the inertial profiler in accordance with AASHTO R 57.  Collect two longitudinal traces, 
one in each wheel path.  Collect profile data after completion of all concrete paving on the 
project in a continuous pass including areas excluded from pay adjustments.  Provide seven 
calendar-days notice to the Engineer prior to testing. 
 
Within 30 calendar days after the Contractor’s testing, the Engineer may perform verification 
testing.  If the verification testing shows a difference in MRI greater than the percentages 
shown in Table 2 of AASHTO R 54 the following resolution process will be followed: 
 

3. The profiles, equipment and procedures will be evaluated to determine the cause of the 
difference. 
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4. If the cause of the discrepancy cannot be resolved the pavement shall be retested with 
both profilers at a mutually agreed time.  The two profilers will test the section within 30 
minutes of each other.  If the retest shows a difference in MRI equal or greater than the 
percentages shown in Table 2 of AASHTO R 54 the Engineer’s test results will be used to 
establish pay adjustments. 

 
Surface smoothness of travel lanes not subject to MRI testing will be measured with a 10-foot 

straightedge no later than 5:00 p.m. of the day following the placing of the concrete. The 

completed surface of the wearing course shall not vary more than ⅛ inch from the lower edge 

of a 10-foot straightedge placed on the surface parallel to the centerline.  

Smoothness perpendicular to the centerline will be measured with a 10-foot straightedge 

across all lanes with the same cross slope, including shoulders when composed of cement 

concrete pavement. The overlapping 10-foot straightedge measurement shall be discontinued 

at a point 6 inches from the most extreme outside edge of the finished cement concrete 

pavement. The completed surface of the wearing course shall not vary more than ¼ inch from 

the lower edge of a 10-foot straightedge placed on the surface perpendicular to the centerline. 

Any deviations in excess of the above tolerances shall be corrected. 

The Contractor shall evaluate profiles for acceptance, incentive payments, disincentive 

payments, or corrective action using the current version of ProVAL and provide the results 

including the profile data in unfiltered electronic Engineering Research Division (ERD) file 

format to the Engineer within 2 calendar days of completing testing each section of pavement. 

If the profile data files are created using an export option in the manufacturer’s software where 

filter settings can be specified, use the filter settings that were used to create data files for 

certification. Analyze the entire profile.  Exclude any areas specifically identified in the 

contract. Exclude from the analysis the first 100 feet after the start of the paving operations 

and last 100 feet prior to the end of the paving operation, the first 100 feet on either side of 

bridge structures and approach slab. Report the MRI results in inches per mile for each 52.8 

foot section and horizontal distance measurements in project stationing to the nearest foot.   

Include pay adjustments in the results.  The Engineer will verify the analysis. 

Corrective work for pavement smoothness may be taken by the Contractor prior to MRI 
testing.  After completion of the MRI testing the Contractor shall measure the smoothness of 
each 52.8-foot section with an MRI greater than 125 inches per mile with a 10-foot 
straightedge within 14 calendar days or as approved by the Engineer.  The Contractor shall 
identify all locations that require corrective work and provide the straight edge measurements 
at each location that exceeds the allowable limit to the Engineer.  If all measurements in a 
52.8-foot section comply with smoothness requirements, the Contractor shall provide the 
maximum measurement to the Engineer and a statement that corrective work is not required. 
Unless approved by the Engineer, corrective work shall be taken by the Contractor for 
pavement identified by the Contractor or Engineer that does not meet the following 
requirements: 
 

1. The completed surface shall be of uniform texture, smooth, uniform as to crown and 
grade, and free from defects of all kinds. 

2. The completed surface shall not vary more than ⅛ inch from the lower edge of a 10-
foot straightedge placed on the surface parallel to the centerline. 

3. The completed surface shall vary not more than ¼ inch in 10 feet from the rate of 
transverse slope shown in the Plans. 
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All corrective work shall be completed at no additional expense, including traffic control, to the 
Contracting Agency.  Corrective work shall not begin until the concrete has reached its design 
strength unless approved by the Engineer.  Pavement shall be repaired by one or more of the 
following methods: 
 

3. Diamond grinding; repairs shall not reduce pavement thickness by more than ¼ inch 
less than the thickness shown in the plans.  When required by the Engineer, the 
Contractor shall verify the thickness of the concrete pavement by coring.  Thickness 
reduction due to corrective work will not be included in thickness measurements for 
calculating the Thickness Deficiency in Section 5-05.5(1)A.     

4. Removal and replacement of the cement concrete pavement. 
5. By other method approved by the Engineer. 
 

For repairs following MRI testing the repaired area shall be checked by the Contractor with a 
10-foot straightedge to ensure it no longer requires corrective work.  With approval of the 
Engineer an inertial profiler may be used in place of the 10-foot straight edge. 
 
If correction of the roadway as listed above either will not or does not produce satisfactory 
results as to smoothness or serviceability the Engineer may accept the completed pavement 
and a credit will be calculated in accordance with Section 5-05.5.  The credit will be in addition 
to the price adjustment for MRI.  Under these circumstances, the decision whether to accept 
the completed pavement or to require corrective work as described above shall be vested 
entirely in the Engineer. 
 

Payment 
Section 5-05.5 the Ride Smoothness Compliance Adjustment is replaced with the following: 

 
“Ride Smoothness Compliance Adjustment”, by calculation. 
 
Smoothness Compliance Adjustments will be based on the requirements in Section 5-05.3(12) 
and the following calculations: 
 

1. Final MRI acceptance and incentive/disincentive payments for pavement smoothness 
will be calculated as the average of the ten 52.8-foot sections in each 528 feet in 
accordance with the price adjustment schedule. 

 
a. For sections of a lane that are a minimum of 52.8 feet and less than 528 feet, the 

price adjustment will be calculated using the average of the 52.8 foot MRI values 
and the price adjustment prorated for the length of the section. 

 
b. MRI values per 52.8-feet that were measured prior to corrective work will be 

included in the 528 foot price adjustment for sections with corrective work. 
 

2. In addition to the price adjustment for MRI a smoothness compliance adjustment will 
be calculated in the sum of minus $1000.00 for each and every section of single traffic 
lane 52.8 feet in length in that does not meet the 10-foot straight edge requirements in 
Section 5-05.3(12) after corrective Work. 

 
Price Adjustment Schedule 
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ATTACHMENT #4b ITEM 16-08 

 
Use in projects where concrete paving will occur in multiple short segments or in projects 
where paving will occur in multiple seasons.  
 
Smoothness Testing Equipment 
Section 5-05.3(3)E is replaced with the following: 

 
Inertial profilers shall meet all requirements of AASHTO M 328 and be certified in accordance 

with AASHTO R 56 within the proceeding12 months.   

The inertial profiler operator shall be certified as required by AASHTO R 56 within three years 
proceeding profile measurement.    
 
Equipment or operator certification by other states or a profiler certification facility will be 
accepted provided the certification meets the requirements of AASHTO R 56.  Documentation 
verifying certification by another state shall be submitted to the Engineer a minimum of 14 
calendar days prior to profile measurement.  Equipment certification documentation shall 
include the information required by part 8.5 and 8.6 of AASHTO R 56.  Operator 
documentation shall include a statement from the certifying state that indicates the operator is 
certified to operate the inertial profiler to be used on the project.  The decision whether 
another states certification meets the requirements of AASHTO R 56 shall be vested entirely 
in the Engineer. 
 

Surface Smoothness 
Section 5-05.3(12) is replaced with the following: 

 
Pavement surface smoothness for this project will include International Roughness Index (IRI) 
testing.  The Contractor shall perform IRI testing on each through lane, climbing lane, and 
passing lane, greater than 0.25 mile in length and these lanes will be subject to 
incentive/disincentive adjustments.  Ride quality will be evaluated using the Mean Roughness 
Index (MRI) calculated by averaging the IRI data for the left and right wheel path within the 
section. 
 
Ramps, shoulders and tapers will not be included in MRI testing for pavement smoothness 
and will not be subject to incentive adjustments.  All Work is subject to parallel and transverse 
10-foot straightedge requirements, corrective work and disincentive adjustments. 
 
Operate the inertial profiler in accordance with AASHTO R 57.  Collect two longitudinal traces, 
one in each wheel path.  Collect profile data in a continuous pass including areas excluded 
from pay adjustments for each section paved.  The Contractor shall determine when each 
section is to be tested except that the minimum length to be tested shall be 500 feet unless 
approved by the Engineer. Where a completed section of concrete pavement abuts a segment 
to be completed later in the project, the 50 feet adjacent to uncompleted section shall be 
included in the testing and incentive/disincentive for the uncompleted segment.  Provide seven 
calendar-days notice to the Engineer prior to testing. 
 
Within 30 calendar days after the Contractor’s testing, the Engineer may perform verification 
testing.  If the verification testing shows a difference in MRI greater than the percentages 
shown in Table 2 of AASHTO R 54 the following resolution process will be followed: 
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5. The profiles, equipment and procedures will be evaluated to determine the cause of the 
difference. 
 

6. If the cause of the discrepancy cannot be resolved the pavement shall be retested with 
both profilers at a mutually agreed time.  The two profilers will test the section within 30 
minutes of each other.  If the retest shows a difference in MRI equal or greater than the 
percentages shown in Table 2 of AASHTO R 54 the Engineer’s test results will be used to 
establish pay adjustments. 

 
Surface smoothness of travel lanes not subject to MRI testing will be measured with a 10-foot 

straightedge no later than 5:00 p.m. of the day following the placing of the concrete. The 

completed surface of the wearing course shall not vary more than ⅛ inch from the lower edge 

of a 10-foot straightedge placed on the surface parallel to the centerline.  

Smoothness perpendicular to the centerline will be measured with a 10-foot straightedge 

across all lanes with the same cross slope, including shoulders when composed of cement 

concrete pavement. The overlapping 10-foot straightedge measurement shall be discontinued 

at a point 6 inches from the most extreme outside edge of the finished cement concrete 

pavement. The completed surface of the wearing course shall not vary more than ¼ inch from 

the lower edge of a 10-foot straightedge placed on the surface perpendicular to the centerline. 

Any deviations in excess of the above tolerances shall be corrected. 

The Contractor shall evaluate profiles for acceptance, incentive payments, disincentive 

payments, or corrective action using the current version of ProVAL and provide the results 

including the profile data in unfiltered electronic Engineering Research Division (ERD) file 

format to the Engineer within 2 calendar days of completing testing each section of pavement. 

If the profile data files are created using an export option in the manufacturer’s software where 

filter settings can be specified, use the filter settings that were used to create data files for 

certification. Analyze the entire profile.  Exclude any areas specifically identified in the 

contract. Exclude from the analysis the first 100 feet after the start of the paving operations 

and last 100 feet prior to the end of the paving operation, the first 100 feet on either side of 

bridge structures and approach slab. Report the MRI results in inches per mile for each 52.8 

foot section and horizontal distance measurements in project stationing to the nearest foot.   

Include pay adjustments in the results.  The Engineer will verify the analysis. 

Corrective work for pavement smoothness may be taken by the Contractor prior to MRI 
testing.  After completion of the MRI testing the Contractor shall measure the smoothness of 
each 52.8-foot section with an MRI greater than 125 inches per mile with a 10-foot 
straightedge within 14 calendar days or as approved by the Engineer.  The Contractor shall 
identify all locations that require corrective work and provide the straight edge measurements 
at each location that exceeds the allowable limit to the Engineer.  If all measurements in a 
52.8-foot section comply with smoothness requirements, the Contractor shall provide the 
maximum measurement to the Engineer and a statement that corrective work is not required. 
Unless approved by the Engineer, corrective work shall be taken by the Contractor for 
pavement identified by the Contractor or Engineer that does not meet the following 
requirements: 
 

4. The completed surface shall be of uniform texture, smooth, uniform as to crown and 
grade, and free from defects of all kinds. 
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5. The completed surface shall not vary more than ⅛ inch from the lower edge of a 10-
foot straightedge placed on the surface parallel to the centerline. 

6. The completed surface shall vary not more than ¼ inch in 10 feet from the rate of 
transverse slope shown in the Plans. 
 

All corrective work shall be completed at no additional expense, including traffic control, to the 
Contracting Agency.  Corrective work shall not begin until the concrete has reached its design 
strength unless approved by the Engineer.  Pavement shall be repaired by one or more of the 
following methods: 
 

6. Diamond grinding; repairs shall not reduce pavement thickness by more than ¼ inch 
less than the thickness shown in the plans.  When required by the Engineer, the 
Contractor shall verify the thickness of the concrete pavement by coring.  Thickness 
reduction due to corrective work will not be included in thickness measurements for 
calculating the Thickness Deficiency in Section 5-05.5(1)A.     

7. Removal and replacement of the cement concrete pavement. 
8. By other method approved by the Engineer. 
 

For repairs following MRI testing the repaired area shall be checked by the Contractor with a 
10-foot straightedge to ensure it no longer requires corrective work.  With approval of the 
Engineer an inertial profiler may be used in place of the 10-foot straight edge. 
 
If correction of the roadway as listed above either will not or does not produce satisfactory 
results as to smoothness or serviceability the Engineer may accept the completed pavement 
and a credit will be calculated in accordance with Section 5-05.5.  The credit will be in addition 
to the price adjustment for MRI.  Under these circumstances, the decision whether to accept 
the completed pavement or to require corrective work as described above shall be vested 
entirely in the Engineer. 
 

Payment 
Section 5-05.5 the Ride Smoothness Compliance Adjustment is replaced with the following: 

 
“Ride Smoothness Compliance Adjustment”, by calculation. 
 
Smoothness Compliance Adjustments will be based on the requirements in Section 5-05.3(12) 
and the following calculations: 
 

3. Final MRI acceptance and incentive/disincentive payments for pavement smoothness 
will be calculated as the average of the ten 52.8-foot sections in each 528 feet in 
accordance with the price adjustment schedule. 

 
c. For sections of a lane that are a minimum of 52.8 feet and less than 528 feet, the 

price adjustment will be calculated using the average of the 52.8 foot MRI values 
and the price adjustment prorated for the length of the section. 

 
d. MRI values per 52.8-feet that were measured prior to corrective work will be 

included in the 528 foot price adjustment for sections with corrective work. 
4. In addition to the price adjustment for MRI a smoothness compliance adjustment will 

be calculated in the sum of minus $1000.00 for each and every section of single traffic 
lane 52.8 feet in length in that does not meet the 10-foot straight edge requirements in 
Section 5-05.3(12) after corrective Work. 

 
Price Adjustment Schedule
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ATTACHMENT #5 ITEM 16-10 

 

PARTIAL DEPTH SPALL REPAIR 

Section 5-01.3(5) is replaced with the following: 

Description 

This work consists of repairing partial depth spalls using either epoxy concrete or polyester concrete.  

Partial Depth Spall Repair – Epoxy Concrete 
Materials 
Epoxy Resin Binder 

Epoxy resin binder shall meet the requirements of ASTM C881 Type III Grade 1 or 2, Class A, 
B, or C. 

Aggregate 

The aggregate shall be thoroughly washed and kiln dried. 
 
The aggregate for epoxy concrete shall conform to Section 9-03.1 and the following 
requirements for grading except that ASR mitigation will not apply to aggregate for epoxy 
concrete: 

 

Sieve Size 
Percent Passing 

Gradation 1 Gradation 2 

½”  100 

⅜” 100 83-100 

#4 62-85 65-82 

#8 45-67 45-65 

#16 29-50 27-48 

#30 16-36 12-30 

#50 5-20 6-17 

#100 0-7 0-7 

#200 0-3 0-3 
All percentages are by weight. 

 
The combined aggregate shall have a maximum of 45 percent crushed particles. 

 
The surface of the aggregate shall be dry and the moisture content of the combined aggregate 
shall not exceed 1.0 percent when tested in accordance with AASHTO T255.    The aggregate 
temperature shall be between 40°F and 100°F at the time of mixing. 

Sand for Abrasive Finish 
The sand for abrasive finish shall be commercial quality blast sand having at least 95 percent 
passing the No. 8 sieve and at least 95 percent retained on the No. 20 sieve when tested in 
accordance with AASHTO T 27.  The moisture content of the sand shall not exceed 1.0 percent. 

Construction Requirements 

Manufacturer’s Technical Representative 
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The Contractor shall have the services of a qualified epoxy resin binder manufacturer's 
technical representative physically present at the job site during the first shift of epoxy concrete 
placement.  The manufacturer’s technical representative shall assist the Contractor in training 
the Contractor’s personnel and providing technical assistance in preparing the concrete surface, 
applying primer, and mixing, placing, and curing the epoxy concrete.  If the epoxy concrete Work 
is unsatisfactory, or additional training or technical assistance is needed the Contractor shall 
have the services of the manufacturer’s at the job site for additional time as deemed necessary 
by the Engineer.  

Mix Design 

Epoxy concrete shall be composed of epoxy resin binder and aggregate.  The Contractor shall 
prepare and submit a Type 1 Working Drawing consisting of the epoxy concrete mix proportions 
and mixing procedure.  The epoxy resin binder in the epoxy concrete shall be between 11 to 13 
percent by weight of the dry aggregate.  The mix design shall include the proportion of epoxy 
resin binder as a percentage of the dry weight of aggregate, the approximate set time and the 
time for opening to traffic for the temperature ranges expected during epoxy concrete 
placement.   

Delivery and Storage of Materials 
All materials shall be delivered in their original containers bearing the manufacturer's label, 
specifying date of manufacturing, batch number, trade name brand, and quantity.  Each 
shipment shall be accompanied by a Materials Safety Data Sheet (MSDS) for each component 
of the resin binder.  

The material shall be stored in accordance with the manufacturer’s recommendations. 

Surface Preparation 

Removal of the existing pavement shall not damage any pavement to be left in place.  Any 
existing pavement that is to remain that has been damaged shall be repaired at the Contractor’s 
expense.  If jackhammers are used for removing pavement, they shall not weigh more than 30 
pounds, and chipping hammers shall not weigh more than 15 pounds.  All power driven hand 
tools used for the removal of pavement shall be operated at angles less than 45 degrees as 
measured from the surface of the pavement to the tool.  The patch limits shall extend beyond 
the spalled area a minimum of 3 inches.  Repair areas shall be kept square or rectangular.  
Repair areas that are within 12 inches of another repair area shall be combined. 

A vertical cut shall be made to a minimum depth of 2 inches around the perimeter to be patched 
as marked by the Project Engineer.  The Contractor shall remove material within the perimeter 
of the saw cut to a depth of 2 inches, or to sound concrete as determined by the Project 
Engineer. 

The concrete surfaces shall be prepared by removing all material which may act as a bond 
breaker between the surface and the epoxy concrete.  The surfaces to receive the epoxy 
concrete shall be sand blasted and all loose material removed.  All sandblasting residue shall be 
removed using dry oil-free air. 

Spall repair shall not be done in areas where dowel bars are encountered. 

When a partial depth repair is placed directly against an adjacent longitudinal joint, a bond-
breaking material such as polyethylene film, roofing paper, or other material as approved by the 
Engineer shall be placed between the existing concrete and the area to be patched. 
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Working transverse joints or cracks adjacent to or within the repair area require placement of a 
compressible insert.  The new joint or crack shall be formed to the same width as the existing 
joint or crack.  The compressible joint material shall be placed into the existing joint 1 inch below 
the depth of repair.  The compressible insert shall extend at least 3 inches beyond each end of 
the patch boundaries. 

Patches that abut the Lane/Shoulder joint require placement of a formed edge, along the slab 
edge, even with the surface. 

If the concrete surfaces become contaminated, the contaminated areas shall be re-cleaned by 
abrasive blasting at the Contractor's expense. 
 
Precautions shall be taken to ensure that no dust or debris leaves the roadway and that all traffic 
is protected from rebound and dust.  Appropriate shielding shall be provided as required at no 
additional cost to the State and shall be approved by the Engineer.  The Contractor shall reseal 
all joints in accordance with Section 5-05.3(8)B. 

 
Application of Prime Coat 
Application of the prime coat and the epoxy concrete shall not begin if rain is forecast within 12-
hours of completion of the Work.  The area receiving the prime coat shall be dry and had no rain 
within the past 12 hours.  Immediately prior to applying the prime coat, loose material shall be 
removed using oil and moisture free compressed air.  The concrete surface shall be between 
40°F and 100°F when applying the prime coat. 

Immediately before placing epoxy concrete, the prepared concrete surface shall be given a 
prime coat consisting of one coat of the epoxy resin binder.  

The prime coat shall be worked into the concrete in a manner to assure complete coverage of 
the area receiving epoxy concrete. 

If the primed surface becomes contaminated, the contaminated area shall be cleaned by 
abrasive blasting and re-primed. 

The prime coat shall not be allowed to run into drainage structures, joints or working cracks. 

Mixing Components 

The components of the epoxy resin binder shall be thoroughly blended just prior to mixing with 
the aggregate.  The epoxy concrete shall be thoroughly mixed prior to placing. 

The Contractor shall prevent any cleaning chemicals from reaching the epoxy concrete mix 
during the mixing operations. 

Epoxy Concrete Placement 

 Under no circumstances shall any epoxy resin or epoxy concrete be allowed to run into drainage 
structures, joints or working cracks. 
 The epoxy concrete shall be placed on the liquid prime coat and consolidated in accordance with 
the manufacturer’s recommendations. 

Finished Epoxy Concrete Surface 

All repair areas shall be struck off level with the adjacent concrete.  Forms shall be coated with 
suitable bond release agent to permit ready release of forms. 
 



NW-ACPA Agenda   
March 29, 2018 

Page 23 of 28 

Sand for abrasive finish shall be broadcast onto surface to uniformly cover any smooth or glossy 
areas immediately after finishing and before resin gelling occurs. The completed surface shall be 
free of any smooth or glossy areas. After the epoxy concrete has cured any smooth or glossy 
areas shall be repaired by the Contractor in the manner recommended by the System Provider 
and approved by the Engineer at no additional cost. The surface texture of epoxy concrete shall 
be uniform and impervious to moisture. 

Curing 

The epoxy concrete shall be cured in accordance with the manufacturer’s recommendations.  
The Contractor shall measure the compressive strength of the cured epoxy concrete with a 
rebound hammer in accordance with ASTM C 805.  Traffic and equipment shall not be permitted 
on the epoxy concrete until it achieves a compressive strength of 2,500 psi based on the 
rebound hammer manufactures correlation of rebound number to compressive strength for the 
rebound hammer used. 

Partial Depth Spall Repair – Polyester Concrete 

Materials 

The components of the polyester concrete including the polyester resin binder, aggregate, and 
high molecular weight methacrylate resin surface primer shall be provided through a single 
system provider. 

Polyester Resin Binder 

Polyester resin binder shall be an unsaturated isophthalic polyester-styrene co-polymer. 

Prior to adding the initiator, the resin shall conform to the following requirements: 

Viscosity: 75 to 200 cps ASTM D2196 
 (20 rpm at 77°F, RVT No. 1 spindle) 

Specific Gravity: 1.05 to 1.10 at 77°F ASTM D1475 
Styrene Content: 40% to 50% by weight ASTM D2369 

 of polyester styrene resin 
 

The hardened resin shall conform to the following requirements: 
Elongation: 35% minimum, type I specimen, ASTM D638 

thickness 0.25" ± 0.03",  
Rate – 0.45 in./min. 

Tensile Strength: 2,500 psi minimum, type I specimen ASTM D 638 
thickness 0.25" ± 0.03", 
Rate – 0.45 in./min. 

Conditioning: 18 hours/77°F/50% + 5 hours/158°F ASTM D618  
Silane Coupler: 1.0% minimum (by weight of polyester-styrene resin) 

The silane coupler shall be an organosilane ester, gammamethacryloxypro-pyltrimethoxysilane.  
The promoter/hardeners shall be compatible with suitable methyl ethyl ketone peroxide (MEKP) 
and cumene hydroperoxide (CHP) initiators.  MEKP and CHP initiators shall be used as 
recommended by the manufacturer. 

Polyester resin binder will be accepted based on submittal to the Engineer of a Manufacturer’s 
Certificate of Compliance. 

High Molecular Weight Methacrylate (HMWM) Resin 

HMWM resin shall be wax-free, low odor and consist of a resin, initiator and promotor 
conforming to the following requirements:  
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Viscosity <25 cps (Brookfield RVT with UL ASTM D2196 
adaptor, 50 rpm at 77°F) 

Flash Point: 180°F minimum ASTM D3278 
Tack-Free Time: 400 minutes maximum California Test 551  
SSD Bond Strength 700 PSI minimum at 24 hours California Test 551 

and 70 ± 1°F 
Specific Gravity 0.90 minimum at 77F ASTM D1475 
Volatile Content 30 percent, maximum. ASTM D2369 
Vapor Pressure 0.04 inches Hg, maximum at 77F ASTM D323 

 

The promoter/initiator system for the methacrylate resin shall consist of a metal drier and 
peroxide.  

If supplied separately from the resin, the drier shall not be mixed directly with the peroxide.  The 
containers shall not be stored in a manner that allows leakage or spilling to contact the 
containers or materials of the other. 

HMWM resin will be accepted based on submittal to the Engineer of a Manufacturer’s Certificate 
of Compliance.  

Aggregate 

The aggregate shall be thoroughly washed and kiln dried. 
 
The aggregate for polyester concrete shall meet the requirements of Section 9-03.1 except that 
ASR mitigation will not apply to aggregate for polyester concrete.  Polyester concrete aggregate 
shall conform to the following requirements for gradation: 
 

Sieve Size 
Percent Passing 

Gradation 1 Gradation 2 

½”  100 

⅜” 100 83-100 

#4 62-85 65-82 

#8 45-67 45-65 

#16 29-50 27-48 

#30 16-36 12-30 

#50 5-20 6-17 

#100 0-7 0-7 

#200 0-3 0-3 

All percentages are by weight. 

 
The combined aggregate shall have a maximum of 45 percent crushed particles. 
 
The surface of the aggregate shall be dry and the absorption shall not exceed 1.0.  The 
moisture content of the combined aggregate shall not exceed one-half of the aggregate 
absorption when tested in accordance with AASHTO T255.    The aggregate temperature shall 
be between 40°F and 100°F at the time of mixing. 
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Sand for Abrasive Finish 

The sand for abrasive finish shall be commercial quality blast sand having at least 95 percent 
passing the No. 8 sieve and at least 95 percent retained on the No. 20 sieve when tested in 
accordance with AASHTO T 27.  The moisture content of the sand shall not exceed 0.5 percent. 

Construction Requirements 

Manufacturer’s Technical Representative 

The Contractor shall have the services of a qualified polyester concrete manufacturer's technical 
representative physically present at the job site during the first shift of polyester concrete 
placement.  The manufacturer’s technical representative shall assist the Contractor in training 
the Contractor’s personnel and providing technical assistance in preparing the concrete surface, 
applying primer, and mixing, placing, and curing the polyester concrete.  If the polyester 
concrete Work is unsatisfactory, or additional training or technical assistance is needed the 
Contractor shall have the services of the manufacturer’s at the job site for additional time as 
deemed necessary by the Engineer to correct the deficiency.  

Mix Design 

Polyester concrete shall be composed of a polyester resin binder and aggregate.  The 
Contractor shall prepare and submit a Type 1 Working Drawing consisting of the polyester 
concrete mix proportions and mixing procedure.  The polyester resin binder in the polyester 
concrete shall be between 11 to 13 percent by weight of the dry aggregate.  The mix design 
shall include the proportion of polyester resin binder as a percentage of the dry weight of 
aggregate, the approximate set time and time for opening to traffic for the temperature ranges 
expected during polyester concrete placement.   

Delivery and Storage of Materials 

All materials shall be delivered in their original containers bearing the manufacturer's label, 
specifying date of manufacturing, batch number, trade name brand, and quantity.  Each 
shipment shall be accompanied by a Materials Safety Data Sheet (MSDS) for each component 
of the resin binder.  

The material shall be stored in accordance with the manufacturer’s recommendations. 

Surface Preparation 

Removal of the existing pavement shall not damage any pavement to be left in place.  Any 
existing pavement that is to remain that has been damaged shall be repaired at the Contractor’s 
expense.  If jackhammers are used for removing pavement, they shall not weigh more than 30 
pounds, and chipping hammers shall not weigh more than 15 pounds.  All power driven hand 
tools used for the removal of pavement shall be operated at angles less than 45 degrees as 
measured from the surface of the pavement to the tool.  The patch limits shall extend beyond 
the spalled area a minimum of 3 inches.  Repair areas shall be kept square or rectangular.  
Repair areas that are within 12 inches of another repair area shall be combined. 

A vertical cut shall be made to a minimum depth of 2 inches around the perimeter to be patched 
as marked by the Project Engineer.  The Contractor shall remove material within the perimeter 
of the saw cut to a depth of 2 inches, or to sound concrete as determined by the Project 
Engineer. 

The concrete surfaces shall be prepared by removing all material which may act as a bond 
breaker between the surface and the polyester concrete.  The surfaces to receive the polyester 
concrete shall be sand blasted and all loose material removed.  All sandblasting residue shall be 
removed using dry oil-free air. 

Spall repair shall not be done in areas where dowel bars are encountered. 
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When a partial depth repair is placed directly against an adjacent longitudinal joint, a bond-
breaking material such as polyethylene film, roofing paper, or other material as approved by the 
Engineer shall be placed between the existing concrete and the area to be patched. 

Working transverse joints or cracks adjacent to or within the repair area require placement of a 
compressible insert.  The new joint or crack shall be formed to the same width as the existing 
joint or crack.  The compressible joint material shall be placed into the existing joint 1 inch below 
the depth of repair.  The compressible insert shall extend at least 3 inches beyond each end of 
the patch boundaries. 

Patches that abut the Lane/Shoulder joint require placement of a formed edge, along the slab 
edge, even with the surface. 

 

If the concrete surfaces become contaminated, the contaminated areas shall be re-cleaned by 
abrasive blasting at the Contractor's expense. 

Precautions shall be taken to ensure that no dust or debris leaves the roadway and that all 
traffic is protected from rebound and dust.  Appropriate shielding shall be provided as required 
at no additional cost to the State and shall be approved by the Engineer.  The Contractor shall 
reseal all joints in accordance with Section 5-05.3(8)B. 

Application of Prime Coat 

Application of the prime coat and the polyester concrete shall not begin if rain is forecast within 
12-hours of completion of the Work.  The area receiving the prime coat shall be dry and had no 
rain within the past 12 hours.  Immediately prior to applying the prime coat, loose material shall 
be removed using oil and moisture free compressed air. 

The concrete surface shall be between 40°F and 100°F when applying the prime coat. 

The Contractor shall apply a prime coat consisting of one coat of promoted/initiated wax-free 
HMWM resin to the prepared concrete and steel surfaces immediately before placing the 
polyester concrete.   
  

The prime coat shall be worked into the concrete in a manner to assure complete coverage of 
the area receiving polymester concrete. 

If the primed surface becomes contaminated, the contaminated area shall be cleaned by 
abrasive blasting and re-primed. 

The prime coat shall not be allowed to run into drainage structures, joints or working cracks. 

Mixing Components 

The components of the polyester resin binder shall be thoroughly blended just prior to mixing 
with the aggregate.  The polyester concrete shall be thoroughly mixed prior to placing. 

The Contractor shall prevent any cleaning chemicals from reaching the polyester concrete mix 
during the mixing operations. 

Polyester Concrete Placement 

 Under no circumstances shall any polyester resin or polyester concrete be allowed to run into 
drainage structures, joints or working cracks. 

Place polyester concrete within two hours of placing the HMWM prime coat. 

Polyester concrete shall be placed within 15 minutes following initiation. Polyester concrete that 
is not placed within this time shall be discarded. 
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The surface temperature of the area receiving the polyester concrete shall be the same as 
specified above for the HMWM prime coat. 

The polyester concrete shall be consolidated in accordance with the manufacturer’s 
recommendations. 

Finished Polyester Concrete Surface 

All repair areas shall be struck off level with the adjacent concrete.  Forms shall be coated with 
suitable bond release agent to permit ready release of forms. 

Sand for abrasive finish shall be broadcast onto surface to uniformly cover any smooth or glossy 
areas immediately after finishing and before resin gelling occurs. The completed surface shall 
be free of any smooth or glossy areas. After the polyester concrete has cured, any smooth or 
glossy areas shall be repaired by the Contractor in the manner recommended by the System 
Provider and approved by the Engineer at no additional cost.  The surface texture of polyester 
concrete shall be uniform and impervious to moisture. 

Curing 

The polyester concrete shall be cured in accordance with the manufacturer’s recommendations.  
The Contractor shall measure the compressive strength of the cured polyester concrete with a 
rebound hammer in accordance with ASTM C 805.  Traffic and equipment shall not be permitted 
on the polyester concrete until it achieves a compressive strength of 2,500 psi based on the 
rebound hammer manufactures correlation of rebound number to compressive strength for the 
rebound hammer used. 
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ATTACHMENT #6 ITEM 18-01 
 

9-07.5(2) Corrosion Resistant Dowel Bars (for Cement Concrete Pavement and Cement Concrete Pavement 
Rehabilitation) 

Corrosion resistant dowel bars shall be 1½ inch outside diameter plain round steel bars or tubular bars 18 
inches in length and meet the requirements one of the following types: 

1. Stainless Steel Clad dowel bars shall have a minimum 0.06 inches clad to a plain steel inner bar meeting 
the chemical and physical properties of AASHTO M31, Grade 60, or AASHTO M255, Grade 60. Stainless 
Steel Clad shall meet the chemical properties of ASTM A276, Type 316L. 

2. Stainless Steel Tube dowel bars shall have a minimum 0.06-inch-thick tube press-fitted onto a plain steel 
inner bar meeting the chemical and physical properties of AASHTO M31, Grade 60, or AASHTO M255, 
Grade 60. A lubricant/adhesive shall be used between the tube and the plain steel bar to fill any voids. 
Stainless Steel Tube material shall meet the chemical properties of ASTM A276, Type 316L. 

3. Stainless Steel Solid dowel bars shall be ASTM A276, Type 316L. 

4. Corrosion-resistant, low-carbon, chromium plain steel bars for concrete reinforcement meeting all the 
requirements of ASTM A1035. 

5. Zinc Clad dowel bars shall be 1½ inch solid bars or tubular bars with 1.695 inch outside diameter by 0.120 
inch wall and shall have a minimum 0.035 inches A710 Zinc alloy clad to a plain steel inner bar meeting 
the chemical and physical properties of AASHTO M31, Grade 60, or AASHTO M255, Grade 60. A710 Zinc 
shall be composed of: ZN-99.5 percent, by weight, minimum; CU – 0.1 – 0.25 percent, by weight; and Fe- 
0.0020 percent, by weight, maximum.  Each end of tubular bars shall be plugged using a snug-fitting 
insert to prohibit any intrusion of concrete or other materials. 

The surface of the finished cut-to-length corrosion-resistant, low-carbon, chromium plain steel bars for 
concrete reinforcement meeting all the requirements of ASTM A1035 dowels shall be provided with a hot-rolled, 
as-rolled finish, including mill scale. The surface of all other finished cut-to-length dowels shall be provided with 
a smooth “ground” or “cold drawn” finish. 

Stainless Steel Clad and Tube Dowel bar ends shall be sealed with a patching material (primer and finish 
coat) used for patching epoxy-coated reinforcing steel as required in Section 9-07.3, item 6. 
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Present Name Company Present Name Company Present Name Company 

 Berg, Gary Salinas X Jones, Dave WSDOT X Salinas, John  II Salinas 

 Brasch, Tom WSDOT X Kane, Ed WSDOT  Savage, Ed  

X Clark, Steve Acme  Pipinich, Bob GMCC  Seghetti, Robert Acme 

X Dyer, Bob WSDOT X Powell, Jim NWACPA X Uhlmeyer, Jeff WSDOT 

 Deffenbacher, Jon WSDOT X Rivera, Angel FHWA X Watts, Troy WSDOT 

   X Russell, Mark WSDOT  Wimberly, Susan FHWA 

 
OLD BUSINESS:  
 
13-03 Smoothness requirements for PCCP rehabilitation –  
October 11, 2018 – Mark Russell - The special provisions are complete but have not made it into the 

amendments.  Attachment #1 is the current draft, which has been deemed acceptable to Industry and 
WSDOT. Bob Dyer will get these into the January 2019 Amendments to the Standard Specs. 

 
14-03 Alternate material for the installation of dowel bars and tiebars in existing PCCP  
4/21/2014 – Jim Allen of ACME Paving brought samples of and discussed using AMBEX Cementitious Anchoring 

Capsule for tie bars and dowels. This is a dry pre-mixed cement grout that is contained in a water permeable 
wrapping. Once the grout capsule is saturated in water it becomes a fast setting grout. The system was 
reported as being used in Minnesota, New York and Idaho. It was suggested that we contact Mark Gaines, 
The Bridge Construction Engineer to see if the structural side of the house had any experience with the 
system. Mark’s comments were “ I am not familiar with Ambex AAC and don't believe we have ever used a 
product like this for bridge or structure applications. Based on the data sheet, it seems like a good product 
with documented pull-out capacities. While you aren't looking for pull-out capacity, a high pull-out capacity 
provides some indication that the hole has been completely filled with a high-quality material. A couple 
things that could be concerns. I would imagine that dowel bars see considerable cyclic loading as heavy 
vehicles pass over the joints. I'd have some concern that this product would not hold up as well as an epoxy 
to repeated cyclic loading over a number of years. Cementitious products are likely more brittle and less 
pliable than epoxy-based product. The other thing you may want to look at is whether this product is 
suitable for horizontal anchoring like you would have with dowel bars. The data sheet doesn't identify if this 
is appropriate for only downward vertical anchors or if it works for horizontal anchors. Epoxy product data 
sheets are usually very specific with respect to what applications that are suitable for. I have not heard 
anything about 9-20 products bonding better to dry surfaces. However, I very quickly took a look at three of 
the products covered by QPL 9-20.2 (SikaQuick 2500, Tamms Express Repair and Quikrete FastSet DOT Mix). 
All three of these products require saturated surface dry conditions before placement. I assume the other 
products do as well, but I didn't check. From my experience, we would always rely on following the 
manufacturer's recommendations for proprietary products like these. Deviating from these 
recommendations could product a product that doesn't achieve the properties identified in the data sheets. 
If there is research on this, could you have NW-ACPA forward it on to us/me?” Action Item: Jeff Uhlmeyer to 
check with other states and then possibly look for a job to try them on.  

10/20/2014 – No discussion at today’s meeting.  Robert Seghetti agreed to follow up at next meeting. 
4/6/2015 – No discussion. 
10/21/2015 – Steve Clark will follow up.  
May 12, 2016 – Steve Clark explained that the problem needing to be fixed is that industry is looking for a more 

economical means s to anchor tie bars than by using epoxy - for projects with small quantities of tie bars. 
This issue relates to tie bars only, and not to dowels. Industry is seeking approval to use grout to anchor the 
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tie bars, as an option to the epoxy that is currently required.  Messrs. Uhlmeyer and Russell indicated that 
they would be OK with grout in this application as long as the annular space is completely filled.  Bob Dyer 
agreed to draft a spec and send it out for review as soon as possible this spring. 

November 9, 2016 – Further clarification from industry is that a project with “small quantities” of tie bars is a 
project with less than 500 SY of PCCP. WSDOT pavement management said the property that’s needed for 
grout when used with tie bars is pull-out strength.  Bob Dyer agreed to draft a spec for grout for tie bars 
along those lines. Dave Jones will consider getting epoxies for dowel bars on the QPL. Jim Powell will draft a 
spec regarding epoxy for dowel bars that works more smoothly and timely for contractors but also meets 
WSDOT needs. 

April 10, 2017 – Bob Dyer provided a draft spec (Attach #1, 14-03). Industry will submit pullout data on grout.  
Bob Dyer will ask Kurt Williams if small quantities of epoxy can be accepted by certification. Industry 
requested today that WSDOT consider the spec changes being contemplated for anchoring drilled dowel 
bars to also be considered for use on drilled tie bars. 

March 29, 2018 – Industry wants an epoxy that can be on the QPL and accepted by manufacturer’s cert. Dave 
Jones reported that WSDOT’s reluctance to accept epoxy by manufacturer’s cert is because so many of the 
samples we test at the HQ lab fail to meet specs. There are one or two epoxies that consistently pass 
WSDOT tests, and they are accepted by manufacturer’s cert. Industry requested that epoxies be accepted by 
lot, because it seems irrational that epoxies from the same lot will pass tests for one contract then fail tests 
for another contract. Industry also questioned if we really need more than 5,000 psi? It was agreed that this 
issue will taken on by a separate task group for resolution, and Jim Powell will organize its meetings. 

October 11, 2018 – Status of changes to Standard Specs – Mark Russell -– A draft revision to the Standard 
Specification (Attach #2) which allows for Type II non-shrink grout (as an alternative to epoxy) has been 
deemed acceptable to Industry and WSDOT. Bob Dyer will get this spec into the January 2019 Amendments 
to the Standard Specs. See item 18-08 for new discussion on epoxies. 

 
16-01 Smoothness requirements when paving next to existing pavement. 
May 12, 2016 – Industry is concerned that it is impossible to match a pre-existing joint (or newly-paved HMA 

joint) and simultaneously meet specs for PCCP pavement smoothness, and this is becoming a more common 
WSDOT expectation with projects that have stages and traffic switches.  

November 9, 2016 – Jim Powell agreed to provide a draft of a proposed spec at the next meeting. 
April 10, 2017 – This item needs to be discussed with WSDOT Project Development so it can be addressed in the 

contracts during advertisement as a contract requirement and therefore priced by a level playing field.  
Some ideas for addressing this would be to put a requirement in the contract (1) profile grind the existing 
edge before placing PCCP, for the case when existing is either HMA or PCCP. (2) Place new PCCP with a 2’+- 
gap between the edge of new PCCP and existing, then fill the 2’ gap with a transition of HMA or PCCP that 
matches the edge on both sides. (3) Place the new PCCP to best-fit machine match the existing, but hand-
finish the outer 2’ or so of the fresh concrete to precisely match the existing. Bob Dyer and Mark Russel will 
develop some possible spec changes for discussion at the next meeting. Industry provided excerpts from 
three other states showing some ways other states are dealing with surface smoothness of new PCCP place 
adjacent to PCCP placed on a previous contract (Attach #2a, #2b, and #2c). 

March 29, 2018 – Continued discussion – This issue has so many variables and complexities, it was agreed that 
this issue will taken on by a separate task group for resolution, and Jim Powell will organize its meetings. 

October 11, 2018 – After group discussion, it was agreed by industry and WSDOT that a GSP with requirements 
for profile grinding 4 feet of the adjacent lane, along with a pay item, should be standard practice in all 
contracts.  Doing so would be understood to mean that the smoothness of all of the new PCCP would be 
required to meet the full smoothness requirements for new pavement. WSDOT will implement.  Dyer has 
the ball. 
 

16-02 Thickness measurement. 
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May 12, 2016 – ACPA’s concern is that measuring cores cannot be done as accurately as needed, given the large 

area each core represents. Industry’s preference would be to use a precision survey, done before and after 
paving, to form the basis for calculating pavement depth. It was acknowledged that we will still need to take 
cores for density measurement. Bob Dyer agreed to research other owner’s methods for measuring PCCP 
pavement depth. 

November 9, 2016 – Dave Jones reported on his visit to the FHWA Mobile PCCP testing lab, which showcased a 
nondestructive thickness measuring device (see photo below). It was agreed that industry would provide a 
draft of a proposed spec to determine PCCP thickness which addresses all of industry’s concerns. 

April 10, 2017 – Update from Industry.  A draft spec was provided proposing an alternative way of measuring 
thickness by precision surveying (Attach #3a) and using magnetic imaging tomography (MIT) (Attach #3b). 

March 29, 2018 – (Attach #2) is a copy of the spec for measuring PCCP thickness using magnetic imaging 
tomology tomography.  Since the last meeting, industry has reviewed it and commented. The attached draft 
has been revised to address industry comments. Dyer will send out an editable MS Word version with the 
minutes so committee members can make comments.  Send Comments to Mark Russell. 

October 11, 2018 – Status of Spec – Mark Russell - A new version of the magnetic imaging tomography (MIT T2 
Scan) has been drafted.  Bob Dyer sent out an editable Word version with the March 29, 2018 meeting 
minutes so committee members can make comments and send to Mark Russell.  Jim Powel will send the 
specification to industry.  No comments have been received. (Attachment #3 is the current draft) 

 
16-08 Use of IRI for smoothness acceptance on new PCCP  
October 11, 2018 Mark Russell - The special provisions are complete but have not made it into the 
amendments.  (Attachment #4 and #5) These have been deemed acceptable to Industry and WSDOT. Bob Dyer 
will get these into the January 2019 Amendments to the Standard Specs. 
 
16-10 – Spall repair –  
October 11, 2018 – Attachment #5.5 – Mark Russell - The new specification is currently available as a special 

provision.  It has been deemed acceptable to Industry and WSDOT. It needs to be moved into the Standard 
Specs.  Bob Dyer will get this spec into the January 2019 Amendments to the Standard Spec.  

 
NEW BUSINESS 
 
18-03 Steel Price Escalation Clause for Dowel Bars and Tie Bars 
October 11, 2018 – Jim Powell provided (Attachment #6) to demonstrate the problem. Bob Dyer will send Jim a 

copy of WSDOT’s current steel price escalation GSP, along with the implementing instructions, for discussion 
of modifying for use on dowel bars.  

 
18-04 Use of Recycled Coarse Concrete Aggregate in PCCP 
October 11, 2018 – Dave Jones - 9-03.21(1)B allows the use of Recycled concrete aggregate Cement Concrete 

Pavement. Item Closed. 
 
18-06 Hollow Tube Dowel Bars 
October 11, 2018 – Mark Russell 
 
18-07 Joint Sawcut Depth: T/3 versus T/4 
October 11, 22018- Jeff Uhlmeyer (Attachment #7 and #8) After discussion,  Industry and WSDOT agreed that 

the spec should allow D/4 minimum to D/3 maximum sawcut depth. Bob Dyer will try to have implemented 
in the Standard Plans by January 2019. 
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18-08 – Lowering the required strength of epoxies used for dowel bars and tie bars 
October 11, 2018 – Some discussion led by John Salinas. Uhlmeyer and Russel will look into and report back at 
next meeting. 
 
Deferred Until Next Meeting 
 
18-09   Survey Control for Official Measurement of PCCP depth for Payment 
18-10   Use of 1-1/4 inch dowel bars for thinner PCCP 

 
 
Next Meeting: June   All in agreement to hold future meetings near North Bend. 
 



Pavement Smoothness 1 
Section 5-01.3(10) is replaced with the following 2

3
Pavement surface smoothness for cement concrete pavement grinding on this project 4 
will include International Roughness Index (IRI) testing.  Ride quality will be evaluated 5 
using the Mean Roughness Index (MRI) calculated by averaging the IRI data for the left 6 
and right wheel path within the section. 7

8
Smoothness Testing Equipment and Operator Certification 9 
Use an inertial profiler and operator that meet the requirements of Section 5-05.3(3)E. 10 

11 
Surface Smoothness 12 
Operate the inertial profiler in accordance with AASHTO R 57.  Collect two longitudinal 13 
traces, one in each wheel path.  Collect the control profile at locations designated in 14 
Table 2 prior to any pavement rehabilitation Work on the areas to be tested.  Collect an 15 
acceptance profile at locations designated in Table 2 after completion of all cement 16 
concrete pavement grinding on the project. Profiles shall be collected in a continuous 17 
pass including areas excluded from pay adjustments.  Provide notice to the Engineer a 18 
minimum of seven calendar days prior to testing. 19 

20 
Table 2 21 

Locations Requiring MRI Testing 22 

Travel lanes where cement concrete 
grinding is shown in the plans 

Control profile 

Additional locations designated by the 
Engineer 

Control profile 

Travel lanes with completed cement 
concrete pavement grinding 

Acceptance profile 

Bridges, approach panels and 0.02 miles 
before and after bridges and approach 
panels and other excluded areas within 
lanes requiring testing 

Control and 
acceptance profile 

Ramps, Shoulders and Tapers Do not test 

23 
24 

Within 30 calendar days after the Contractor’s testing, the Engineer may perform 25 
verification testing.  If the verification testing shows a difference in MRI greater than the 26 
10 percent, the following resolution process will be followed: 27 

28 
1. The profiles, equipment and procedures will be evaluated to determine the cause29 

of the difference.30 
31 

2. If the cause of the discrepancy cannot be resolved the pavement shall be32 
retested with both profilers at a mutually agreed time.  The two profilers will test33 
the section within 30 minutes of each other.  If the retest shows a difference in34 
MRI equal or greater than the percentages shown in Table 2 of AASHTO R 5435 
the Engineer’s test results will be used for pavement smoothness acceptance.36 

37 
The Contractor shall evaluate profiles for acceptance or corrective action using the 38 
current version of ProVAL and provide the results including the profile data in unfiltered 39 

Attachment #1
Item 13-03



electronic Engineering Research Division (ERD) file format to the Engineer within 3 1 
calendar days of completing each days profile testing. If the profile data files are created 2 
using an export option in the manufacturer’s software where filter settings can be 3 
specified, use the filter settings that were used to create data files for certification. 4 
 5 
Analyze the entire profile.  Exclude areas listed in Table 3.  6 

 7 
Table 3 8 

Areas Excluded from MRI Acceptance Requirements 9 

Location Exclude 

Beginning and end of grinding Pavement within 0.02 mile 

Bridges and approach slabs 
The bridge and approach slab and 0.02 
mile from the ends of the bridge or 
approach slab 

Defects in the existing roadway 
identified by the Contractor that 
adversely affect the MRI such as dips, 
depressions and wheel path longitudinal 
joints. (Note 1) 

0.01-mile section containing the defect 
and the 0.01-mile section following the 
section with the defect. 

Note 1: The presence of defects is subject to verification by the Engineer   10 
 11 

Report the MRI results in inches per mile for each 0.01-mile section and each 0.10-mile 12 
section.  Do not truncate 0.10-mile sections for areas excluded from MRI acceptance 13 
requirements.  MRI requirements will not apply to 0.10-mile sections with more than 14 
three 0.01 mile-sections excluded.  MRI requirements for the individual 0.01-mile 15 
sections shall still apply.  The Engineer will verify the analysis. 16 

 17 
The MRI for each 0.10 mile of ground lane will comply with the following: 18 

 19 

Control Profile MRI per 
0.10 mile 

Maximum MRI of 
Acceptance Profile per 

0.10 mile 

≤130 inches/mile 78 inches/mile 

>130 inches/mile 0.6 X Control Profile MRI 

 20 
The MRI for each 0.01 mile of the completed cement concrete grinding shall not 21 
exceed 160 inches/mile. 22 

 23 
All Work is subject to parallel and transverse 10-foot straightedge requirements, 24 
corrective work and disincentive adjustments. 25 
 26 
Surface smoothness of travel lanes including areas subject to MRI testing shall not 27 
vary more than ⅛ inch from the lower edge of a 10-foot straightedge placed on the 28 
surface parallel to the centerline.  29 
 30 
The smoothness perpendicular to the centerline will be measured with a 10-foot 31 
straightedge within the lanes.  There shall be not vertical elevation difference of more 32 
than a ¼ inch between lanes. 33 

 34 



Pavement that does not meet these requirements will be subject to corrective Work.  1 
All corrective Work shall be completed at no additional expense, including traffic 2 
control, to the Contracting Agency.  Pavement shall be repaired by one or more of 3 
the following methods: 4 
 5 

1. Diamond grinding.       6 
 7 

2. By other method approved by the Engineer. 8 
 9 

Repair areas shall be re-profiled to ensure they no longer require corrective Work.  10 
With approval of the Engineer, a 10-foot straight edge may be used in place of the 11 
inertial profiler.   12 
 13 
If correction of the roadway as listed above either will not or does not produce 14 
satisfactory results as to smoothness or serviceability the Engineer may accept the 15 
completed pavement and a credit will be calculated in accordance with Section 5-16 
01.5.  Under these circumstances, the decision whether to accept the completed 17 
pavement or to require corrective work as described above shall be vested entirely in 18 
the Engineer. 19 

 20 
 21 

Payment 22 
Section 5-01.5 is supplemented with the following: 23 

 24 
“Grinding Smoothness Compliance Adjustment”, by calculation. 25 
 26 
Grinding Smoothness Compliance Adjustments will be based on the requirements 27 
in Section 5-01.3(10) and the following calculations: 28 

 29 
A smoothness compliance adjustment will be calculated in the sum of minus $100 30 
for each and every section of single traffic lane 0.01 mile in length and $1,000 for 31 
each and every section of single traffic lane 0.10 mile in length that does not meet 32 
the requirements in Section 5-01.3(10) after corrective Work. 33 

 34 
 35 



5-01 Cement Concrete Pavement Rehabilitation

5-01.1 Description
This Work consists of rehabilitating or replacing section(s) of cement concrete pavement in accordance with these

Specifications and in conformity with the lines, grades, thicknesses, and typical cross-sections shown in the Plans or established 
by the Engineer. 

5-01.2 Materials
Materials shall meet the following requirements of the following sections:

Cement 9-01 
Fine Aggregate  9-03 
Coarse Aggregate  9-03 
Combined Aggregate  9-03 
Joint Filler  9-04.1 
Joint Sealants  9-04.2 
Closed Cell Foam Backer Rod  9-04.2(3)A
Dowel Bars  9-07.5 
Tie Bars  9-07.6 
Concrete Patching Material, Grout, and Mortar  9-20 
Curing Materials and Admixtures  9-23 
Water  9-25 
Epoxy Resins (bonding agents)  9-26 

Parting Compound shall be a curing compound, grease or other substance approved by the Engineer. 

Dowel Bar Retrofit 
Dowel bar expansion caps shall be tight fitting and made of non-metallic material, which will allow for ¼ inch of movement 

at each end of the bar. 
Chairs for supporting the dowel bar shall be epoxy coated according to Section 9-07.3 or made from non-metallic material. 
The foam insert shall be closed cell foam faced with poster board material or plastic faced material on each side commonly 

referred to as foam core board by office suppliers. The foam insert shall be capable of remaining in a vertical position and tight to 
all edges during the placement of the concrete patching material. Caulking filler used for sealing the transverse joint at the bottom 
and sides of the slot shall be a silicone caulk. 

5-01.3(4) Replace Cement Concrete Panel

5-01.3(4)A General
Curing, cold weather work, concrete pavement construction in adjacent lanes, and protection of pavement shall meet the

requirements of Section 5-05.3(13) through Section 5-05.3(15). The Contractor, at no cost to the Contracting Agency, shall repair 
any damage to existing pavement caused by the Contractor’s operations. 

5-01.3(4)B Sawing and Dimensional Requirements
Concrete slabs to be replaced as shown in the Plans or staked by the Engineer shall be at least 6.0 feet long and full width of

an existing pavement panel. The portion of the panel to remain in place shall have a minimum dimension of 6 feet in length and 
full panel width; otherwise the entire panel shall be removed and replaced. There shall be no new joints closer than 3.0 feet to an 
existing transverse joint or crack. A vertical full depth saw cut is required along all longitudinal joints and at transverse locations 
and, unless the Engineer approves otherwise, an additional vertical full depth relief saw cut located 12 to 18 inches from and 
parallel to the initial longitudinal and transverse saw cut locations is also required. Removal of existing cement concrete 
pavement shall not cause damage to adjacent slabs that are to remain in place. In areas that will be ground, slab replacements 
shall be performed prior to pavement grinding.  

Side forms shall meet the requirements of Section 5-05.3(7)B whenever a sawed full depth vertical face cannot be maintained. 

5-01.3(4)C Dowel Bars and Tie Bars
For the half of a dowel bar or tie bar placed in fresh concrete, comply with the requirements of Section 5-05.
For the half of a dowel bar or tie bar placed in hardened concrete, comply with  the Standard Plans and the following.
After drilling, secure dowel bars and tie bars into the existing pavement with either an epoxy bonding agent Type I or IV as

specified in Section 9-26.1,  or a grout Type 2 for non-shrink applications as specified in Section 9-20.3. 
Dowel bars shall be placed at the mid depth of the concrete slab, centered over the transverse joint, and parallel to the 

centerline and to the roadway surface, within the tolerances in the table below. Dowel bars may be adjusted to avoid contact with 
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existing dowel bars in the transverse joint at approach slabs or existing panels provided the adjusted dowel bars meet the 
tolerances below.  

Tie bars shall be placed at the mid depth of the concrete slab, centered over the joint, perpendicular to centerline, and parallel 
to the roadway surface, within the tolerances in the table below. The horizontal position of tie bars may be adjusted to avoid 
contact with existing tie bars in the longitudinal joint where panel replacement takes place, provided the adjusted tie bars meet 
the tolerances below. 

Placement Tolerances 
Dowel Bars Tie Bars 

Vertical: Center of Bar to Center of Slab Depth +/- 1.00 inch max +/- 1.00 inch max 
Dowel Bar Centered Over The Transverse Joint +/- 1.00 inch max N/A 
Tie Bar Centered Over The Longitudinal Joint N/A +/- 1.00 inch max 
Parallel To Centerline Over The Length Of The Dowel Bar +/- 0.50 inch max N/A 
Perpendicular To Longitudinal Joint Over The Length Of The Tie Bar N/A +/- 1.00 inch max 
Parallel to Roadway Surface over the length of the bar +/- 0.50 inch max +/- 1.00 inch max 

Dowel bars and tie bars shall be placed according to the Standard Plan when multiple panels are placed. Panels shall be 
poured separately from the bridge approach slab. 

Dowel bars to be drilled into existing concrete or at a new transverse contraction joint shall have a parting compound, such as 
curing compound, grease, or other Engineer approved equal, applied to them prior to placement.  

Clean the drilled holes per the epoxy or grout manufacturer’s instructions. Holes must be clean and dry at the time of placing 
the epoxy, or grout and tie bars. Completely fill the void between the tie bar and the outer limits of the drilled hole with epoxy or 
grout. Use retention rings to prevent leakage of the epoxy or grout and support the tie bar to prevent movement until the epoxy or 
grout has cured the minimum time recommended by the manufacturer.  

5-01.3(4)D Foundation Preparation
The Contractor shall smooth the surfacing below the removed panel and compact it to the satisfaction of the Engineer.

Crushed surfacing base course, or hot mix asphalt may be needed to bring the surfacing to grade prior to placing the new 
concrete.  

If the material under the removed panel is uncompactable and the Engineer requires it, the Contractor shall excavate the 
Subgrade 2 feet, place a soil stabilization construction geotextile meeting the requirements of Section 9-33, and backfill with 
crushed surfacing base course. This Work may include:  

1. Furnishing and hauling crushed surfacing base course to the project site.
2. Excavating uncompactable material.
3. Furnishing and placing a soil stabilization construction geotextile.
4. Backfilling and compacting crushed surfacing base course.
5. Removing, hauling and restocking any unused crushed surfacing base course.

5-01.3(4)E Concrete Finishing
Grade control shall be the responsibility of the Contractor.
All panels shall be struck off level with the adjacent panels and floated to a smooth surface.
Final finish texturing shall meet the requirements of Section 5-05.3(11).
In areas where the Plans do not require grinding, the surface smoothness will be measured with a 10-foot straightedge by the

Engineer in accordance with Section 5-05.3(12). If the replacement panel is located in an area that will be ground as part of 
portland cement concrete pavement grinding in accordance with Section 5-01.3(9), the surface smoothness shall be measured, by 
the Contractor, in conjunction with the smoothness measurement done in accordance with Section 5-01.3(10).  

5-01.3(4)F Joints
All transverse and longitudinal joints shall be sawed and sealed in accordance with Section 5-05.3(8). The Contractor may use

a hand pushed single blade saw for sawing joints. 

5-01.3(4)G Cracked Panels
Replacement panels that crack shall be repaired as specified in Section 5-05.3(22) at no cost to the Contracting Agency.

When repairing replacement panels that have cracked, epoxy-coated dowel bars meeting the requirements of Section 9-07.5(1) 
may be substituted for the corrosion resistant dowel bars specified. 

5-01.3(4)H Opening to Traffic
Opening to traffic shall meet the requirements of Section 5-05.3(17).
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ATTACHMENT #3 
 ITEM 16-02 

 
DRAFT SPEC FOR THICKNESS MEASUREMENT OF PCCP USING MAGNETIC IMAGING 

 
5-05.3(7) Placing, Spreading, and Compacting Concrete  
 Vacant 
5-05.4 Measurement 
Item 3 in the second paragraph is revised to read: 

The depth shall be determined in accordance with 5-05.5(1).  The depth utilized to calculate the volume 
shall not exceed the Plan depth plus 0.04 feet. 
 

The third paragraph is revised to read: 
The volume of cement concrete pavement in each thickness lot shall equal the measured length × width × 
thickness measurement. 

 
5-05.5 Payment  
The paragraph following the Bid Item “Cement Conc. Pavement”, per cubic yard is supplemented with: 

 
All costs associated the performing the magnetic pulse induction thickness testing shall be included in the 
contract bid item for “Cement Conc. Pavement”. 

 
5-05.5(1) Pavement Thickness 
This section is replaced with the following: 
 

Cement concrete pavement shall be constructed in accordance with the thickness requirements in the 
Plans and Specifications. Tolerances allowed for Subgrade construction and other provisions, which may 
affect thickness, shall not be construed to modify such thickness requirements. 
 
Thickness measurements in each lane paved shall comply with the following: 

 
Thickness Testing of Cement Concrete Pavement 

Thickness Lot Size 15 panels maximum 
Thickness test location 

determined by 
Engineer will select testing locations in accordance 

with WSDOT TM 716 method B. 
Sample method AASHTO T 359 

Sample preparation 
performed by 

Contractor provides, places, and secures disks in the 
presence of the Engineer (Note 1) 

Measurement method AASHTO T 359 
Thickness measurement 

performed by Contractor, in the presence of the Engineer (Note 2) 

 
Note 1: Reflectors shall be located at within 0.5 feet of the center of the panel.  The contractor shall supply a 
sufficient number of 300 mm-diameter round reflectors meeting the requirements of AASHTO T 359 to 
accomplish the required testing. 
Note 2: The Contractor shall provide all equipment and materials needed to perform the testing. 

 
Thickness measurements shall be rounded to the nearest 0.01 foot. 
 



Each thickness test location where the pavement thickness is deficient by more than 0.04 foot, shall be 
subject to price reduction or corrective action as shown in Table 2. 
 

Thickness Deficiency 
Table 2 

Thickness Deficiency Price Reduction (percent) or Corrective 
Action 

0.04’ < Thickness Deficiency ≤ 0.06’ 10 
0.06’ < Thickness deficiency ≤ 0.08’ 25 

Thickness deficiency > 0.08’ 
Remove and replace the panels or the 
panels may be accepted with no payment 
at the discretion of the Engineer. 

 
The price reduction shall be computed by multiplying the percent price reduction in Table 2 by the unit 
Contract price by the volume of pavement represented by the thickness test lot. 

 
Additional cores may be taken by the Contractor to determine the limits of an area that has a thickness 
deficiency greater than 0.04 feet. Cores shall be taken at the approximate center of the panel.  Only the 
panels within the limits of the deficiency area as determined by the cores will be subject to a price 
reduction or corrective action.  The cores shall be taken in the presence of the Engineer and delivered to 
the Engineer for measurement. All costs for the additional cores including filling the core holes with 
patching material meeting the requirements of Section 9-20 will be the responsibility of the Contractor. 

 
5-05.5(1)A Pavement Thickness 
This section is deleted. 
 
5-05.5(1)B Pavement Thickness 
This section is deleted. 
 



Smoothness Testing Equipment 1 
Section 5-05.3(3)E is replaced with the following: 2

3
Inertial profilers shall meet all requirements of AASHTO M 328 and be certified in 4 
accordance with AASHTO R 56 within the proceeding12 months.   5 

6 
The inertial profiler operator shall be certified as required by AASHTO R 56 within 7 
three years proceeding profile measurement.    8

9
Equipment or operator certification by other states or a profiler certification facility 10 
will be accepted provided the certification meets the requirements of AASHTO R 11 
56. Documentation verifying certification by another state shall be submitted to the12 
Engineer a minimum of 14 calendar days prior to profile measurement.  Equipment13 
certification documentation shall include the information required by part 8.5 and14 
8.6 of AASHTO R 56.  Operator documentation shall include a statement from the15 
certifying state that indicates the operator is certified to operate the inertial profiler16 
to be used on the project.  The decision whether another states certification meets17 
the requirements of AASHTO R 56 shall be vested entirely in the Engineer.18 

19 
20 

Surface Smoothness 21 
Section 5-05.3(12) is replaced with the following: 22 

23 
Pavement surface smoothness for this project will include International Roughness 24 
Index (IRI) testing.  The Contractor shall perform IRI testing on each through lane, 25 
climbing lane, and passing lane, greater than 0.25 mile in length and these lanes 26 
will be subject to incentive/disincentive adjustments.  Ride quality will be evaluated 27 
using the Mean Roughness Index (MRI) calculated by averaging the IRI data for 28 
the left and right wheel path within the section. 29 

30 
Ramps, shoulders and tapers will not be included in MRI testing for pavement 31 
smoothness and will not be subject to incentive adjustments.  All Work is subject to 32 
parallel and transverse 10-foot straightedge requirements, corrective work and 33 
disincentive adjustments. 34 

35 
Operate the inertial profiler in accordance with AASHTO R 57.  Collect two 36 
longitudinal traces, one in each wheel path.  Collect profile data after completion of 37 
all concrete paving on the project in a continuous pass including areas excluded 38 
from pay adjustments.  Provide notice to the Engineer a minimum of seven 39 
calendar days prior to testing. 40 

41 
Within 30 calendar days after the Contractor’s testing, the Engineer may perform 42 
verification testing.  If the verification testing shows a difference in MRI greater than 43 
the percentages shown in Table 2 of AASHTO R 54 the following resolution 44 
process will be followed: 45 

46 
1. The profiles, equipment and procedures will be evaluated to determine the47 

cause of the difference.48 
49 

2. If the cause of the discrepancy cannot be resolved the pavement shall be50 
retested with both profilers at a mutually agreed time.  The two profilers will test51 
the section within 30 minutes of each other.  If the retest shows a difference in52 
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MRI equal or greater than the percentages shown in Table 2 of AASHTO R 54 1 
the Engineer’s test results will be used to establish pay adjustments. 2 

 3 
Surface smoothness of travel lanes not subject to MRI testing will be measured 4 
with a 10-foot straightedge no later than 5:00 p.m. of the day following the placing 5 
of the concrete. The completed surface of the wearing course shall not vary more 6 
than ⅛ inch from the lower edge of a 10-foot straightedge placed on the surface 7 
parallel to the centerline.  8 
 9 
Smoothness perpendicular to the centerline will be measured with a 10-foot 10 
straightedge across all lanes with the same cross slope, including shoulders when 11 
composed of cement concrete pavement. The overlapping 10-foot straightedge 12 
measurement shall be discontinued at a point 6 inches from the most extreme 13 
outside edge of the finished cement concrete pavement. The completed surface of 14 
the wearing course shall not vary more than ¼ inch from the lower edge of a 10-15 
foot straightedge placed on the surface perpendicular to the centerline. Any 16 
deviations in excess of the above tolerances shall be corrected. 17 
 18 
The Contractor shall evaluate profiles for acceptance, incentive payments, 19 
disincentive payments, or corrective action using the current version of ProVAL and 20 
provide the results including the profile data in unfiltered electronic Engineering 21 
Research Division (ERD) file format to the Engineer within 2 calendar days of 22 
completing testing each section of pavement. If the profile data files are created 23 
using an export option in the manufacturer’s software where filter settings can be 24 
specified, use the filter settings that were used to create data files for certification. 25 
Analyze the entire profile.  Exclude any areas specifically identified in the contract. 26 
Exclude from the analysis the first 100 feet after the start of the paving operations 27 
and last 100 feet prior to the end of the paving operation, the first 100 feet on either 28 
side of bridge structures and approach slab. Report the MRI results in inches per 29 
mile for each 52.8 foot section and horizontal distance measurements in project 30 
stationing to the nearest foot.   Include pay adjustments in the results.  The 31 
Engineer will verify the analysis. 32 
 33 
Corrective work for pavement smoothness may be taken by the Contractor prior to 34 
MRI testing.  After completion of the MRI testing the Contractor shall measure the 35 
smoothness of each 52.8-foot section with an MRI greater than 125 inches per mile 36 
with a 10-foot straightedge within 14 calendar days or as approved by the 37 
Engineer.  The Contractor shall identify all locations that require corrective work 38 
and provide the straight edge measurements at each location that exceeds the 39 
allowable limit to the Engineer.  If all measurements in a 52.8-foot section comply 40 
with smoothness requirements, the Contractor shall provide the maximum 41 
measurement to the Engineer and a statement that corrective work is not required. 42 
Unless approved by the Engineer, corrective work shall be taken by the Contractor 43 
for pavement identified by the Contractor or Engineer that does not meet the 44 
following requirements: 45 
 46 

1. The completed surface shall be of uniform texture, smooth, uniform as to 47 
crown and grade, and free from defects of all kinds. 48 

 49 
2. The completed surface shall not vary more than ⅛ inch from the lower 50 

edge of a 10-foot straightedge placed on the surface parallel to the 51 
centerline. 52 



 1 
3. The completed surface shall vary not more than ¼ inch in 10 feet from the 2 

rate of transverse slope shown in the Plans. 3 
 4 

All corrective work shall be completed at no additional expense, including traffic 5 
control, to the Contracting Agency.  Corrective work shall not begin until the 6 
concrete has reached its design strength unless approved by the Engineer.  7 
Pavement shall be repaired by one or more of the following methods: 8 
 9 

1. Diamond grinding; repairs shall not reduce pavement thickness by more 10 
than ¼ inch less than the thickness shown in the plans.  When required by 11 
the Engineer, the Contractor shall verify the thickness of the concrete 12 
pavement by coring.  Thickness reduction due to corrective work will not be 13 
included in thickness measurements for calculating the Thickness 14 
Deficiency in Section 5-05.5(1)A.     15 

 16 
2. Removal and replacement of the cement concrete pavement. 17 

 18 
3. By other method approved by the Engineer. 19 
 20 

For repairs following MRI testing the repaired area shall be checked by the 21 
Contractor with a 10-foot straightedge to ensure it no longer requires corrective 22 
work.  With approval of the Engineer an inertial profiler may be used in place of the 23 
10-foot straight edge. 24 
 25 
If correction of the roadway as listed above either will not or does not produce 26 
satisfactory results as to smoothness or serviceability the Engineer may accept the 27 
completed pavement and a credit will be calculated in accordance with Section 5-28 
05.5.  The credit will be in addition to the price adjustment for MRI.  Under these 29 
circumstances, the decision whether to accept the completed pavement or to 30 
require corrective work as described above shall be vested entirely in the Engineer. 31 
 32 
 33 

Payment 34 
Section 5-05.5 the Ride Smoothness Compliance Adjustment is replaced with the 35 
following: 36 

 37 
“Ride Smoothness Compliance Adjustment”, by calculation. 38 
 39 
Smoothness Compliance Adjustments will be based on the requirements in Section 40 
5-05.3(12) and the following calculations: 41 
 42 

1. Final MRI acceptance and incentive/disincentive payments for pavement 43 
smoothness will be calculated as the average of the ten 52.8-foot sections 44 
in each 528 feet in accordance with the price adjustment schedule. 45 

 46 
a. For sections of a lane that are a minimum of 52.8 feet and less than 47 

528 feet, the price adjustment will be calculated using the average of 48 
the 52.8 foot MRI values and the price adjustment prorated for the 49 
length of the section. 50 

 51 



b. MRI values per 52.8-feet that were measured prior to corrective work 1 
will be included in the 528 foot price adjustment for sections with 2 
corrective work. 3 

 4 
2. In addition to the price adjustment for MRI a smoothness compliance 5 

adjustment will be calculated in the sum of minus $1000.00 for each and 6 
every section of single traffic lane 52.8 feet in length in that does not meet 7 
the 10-foot straight edge requirements in Section 5-05.3(12) after 8 
corrective Work. 9 

 10 
 11 
 12 

Price Adjustment Schedule 13 

MRI for Pay 
each 528 ft. Adjustment 

section Schedule 

in. / mi. $ / 0.10 mi. 

< 30 2400 

30 2400 

31 2320 

32 2240 

33 2160 

34 2080 

35 2000 

36 1920 

37 1840 

38 1760 

39 1680 

40 1600 

41 1520 

42 1440 

43 1360 

44 1280 

45 1200 

46 1120 

47 1040 

48 960 

49 880 

50 800 

51 720 

52 640 

53 560 

54 480 

55 400 

56 320 

57 240 

58 160 

59 80 

60 0 

61 0 



62 0 

63 0 

64 0 

65 0 

66 0 

67 0 

68 0 

69 0 

70 0 

71 0 

72 0 

73 0 

74 0 

75 0 

76 -80 

77 -160 

78 -240 

79 -320 

80 -400 

81 -480 

82 -560 

83 -640 

84 -720 

85 -800 

86 -880 

87 -960 

88 -1040 

89 -1120 

90 -1200 

91 -1280 

92 -1360 

93 -1440 

94 -1520 

95 -1600 

96 -1680 

97 -1760 

98 -1840 

99 -1920 

100 -2000 

101 -2080 

102 -2160 

103 -2240 

104 -2320 

105 -2400 

106 -2480 

107 -2560 

108 -2640 

109 -2720 

110 -2800 

111 -2880 



112 -2960 

113 -3040 

114 -3120 

115 -3200 

116 -3280 

117 -3360 

118 -3440 

119 -3520 

120 -3600 

121 -3680 

122 -3760 

123 -3840 

124 -3920 

≥125 -4000 

 1 



Use in projects where concrete paving will occur in multiple short segments or in projects 
where paving will occur in multiple seasons.  

Surface Smoothness 
The third paragraph in Section 5-05.3(12) is replaced with the following: 

Operate the inertial profiler in accordance with AASHTO R 57.  Collect two longitudinal 
traces, one in each wheel path.  Collect profile data in a continuous pass including 
areas excluded from pay adjustments for each section paved.  The Contractor shall 
determine when each section is to be tested except that the minimum length to be 
tested shall be 528 feet unless approved by the Engineer. Where a completed section 
of concrete pavement abuts a segment to be completed later in the project, the 50 feet 
adjacent to uncompleted section shall be included in the testing and 
incentive/disincentive for the uncompleted segment.  Provide seven calendar days 
notice to the Engineer prior to testing. 
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Pavements

Technical Advisory T 5040.30 Concrete Pavement Joints

November 30, 1990

Par.

1. Purpose
2. Cancellation
3. Background
4. Transverse Contraction Joints
5. Longitudinal Joints
6. Construction Joints
7. Expansion Joints
8. Joint Construction

1. PURPOSE. To provide guidance and recommendations relating to the design and construction of joints in
jointed Portland cement concrete pavements.

2. CANCELLATION. Technical Advisory T 5140. 18, Rigid Pavement Joints, dated December 15, 1980, is
canceled.

3. BACKGROUND
a. The performance of concrete pavements depends to a large extent upon the satisfactory performance of

the joints. Most jointed concrete pavement failures can be attributed to failures at the joint, as opposed
to inadequate structural capacity. Distresses that may result from joint failure include faulting, pumping,
spalling, corner breaks, blowups, and mid-panel cracking. Characteristics that contribute to satisfactory
joint performance, such as adequate load transfer and proper concrete consolidation, have been
identified through research and field experience. The incorporation of these characteristics into the
design, construction, and maintenance of concrete pavements should result in joints capable of
performing satisfactorily over the life of the pavement. Regardless of the joint sealant material used,
periodic resealing will be required to ensure satisfactory joint performance throughout the life of the
pavement. Satisfactory joint performance also depends on appropriate pavement design standards,
quality construction materials, and good construction and maintenance procedures.

b. The most common types of pavement joints, which are defined by their function, are as follows:
(1) Transverse Contraction Joint - a sawed, formed, or tooled groove in a concrete slab that
creates a weakened vertical plane. It regulates the location of the cracking caused by
dimensional changes in the slab, and is by far the most common type of joint in concrete
pavements.
(2) Longitudinal Joint - a joint between two slabs which allows slab warping without appreciable
separation or cracking of the slabs.
(3) Construction Joint - a joint between slabs that results when concrete is placed at different
times. This type of joint can be further broken down into transverse and longitudinal joints.
(4) Expansion Joint - a joint placed at a specific location to allow the pavement to expand without
damaging adjacent structures or the pavement itself.

4. TRANSVERSE CONTRACTION JOINTS. The primary purpose of transverse contraction joints is to control the
cracking that results from the tensile and bending stresses in concrete slabs caused by the cement hydration
process, traffic loadings, and the environment. Because these joints are so numerous, their performance
significantly impacts pavement performance. A distressed joint typically exhibits faulting and/or spalling. Poor
joint performance frequently leads to further distresses such as corner breaks, blowups, and mid-panel cracks.
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Such cracks may themselves begin to function as joints and develop similar distresses. The performance of
transverse contraction joints is related to three major factors:

a. Joint Spacing. Joint spacing varies throughout the country because of considerations of initial costs,
type of slab (reinforced or plain), type of load transfer, and local conditions. Design considerations
should include: the effect of longitudinal slab movement on sealant and load transfer performance; the
maximum slab length which will not develop transverse cracks in a plain concrete pavement; the amount
of cracking which can be tolerated in a jointed reinforced concrete pavement; and the use of random
joint spacings.

(1) The amount of longitudinal slab movement that a joint experiences is primarily a function of
joint spacing and temperature changes. Expansion characteristics of the aggregates used in the
concrete and the friction between the bottom of the slab and the base also have an effect on slab
movement.

(a) Joint movement can be estimated by the following equation:

where:

 = the expected change in slab length, in inches.

C = the base/slab frictional restraint factor (0. 65 for stabilized bases, 0. 8 for granular
bases).

L = the slab length, in inches.

 = the PCC coefficient of thermal expansion (see Table 1 for typical values).

 = the maximum temperature range (generally the temperature of the concrete at the
time of placement minus the average daily minimum temperature in January, in °F) .

 = the shrinkage coefficient of concrete (see Table 2 for typical values). This factor
should be omitted on rehabilitation projects, as shrinkage is no longer a factor.

Table 1

Typical Values for PCC Coefficient of Thermal Expansion ( ) [1]

Type of Coarse Aggregate PCC Coeff. of Thermal Expansion (10-6/°F)

Quartz 6.6

Sandstone 6.5

Gravel 6.0

Granite 5.3

Basalt 4.8

Limestone 3.8

(b) While the above equation can be used to estimate anticipated joint movements, it may
be worthwhile to physically measure joint movements in existing pavements. These
measurements could provide the designer with more realistic design inputs.

Table 2
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Typical Values for PCC Coefficient of Shrinkage ( ) [1]

Indirect Tensile Strength (psi) PCC Coeff. of Shrinkage (in. /in. )

300 (or less) 0.0008

400 0.0006

500 0.00045

600 0.0003

700 (or greater) 0.0002

(2) For plain concrete slabs, a maximum joint spacing of 15 feet is recommended. Longer slabs
frequently develop transverse cracks. It is recognized that in certain areas, joint spacings greater
than 15 feet have performed satisfactorily. The importance of taking local experience into account
when selecting joint spacing (and designing pavements in general) cannot be overstated. Studies
have shown that pavement thickness, base stiffness, and climate also affect the maximum
anticipated joint spacing beyond which transverse cracking can be expected. Research indicates
that there is a general relationship between the ratio of slab length (L) to the radius of relative

stiffness ( ) and the amount of transverse cracking [2]. This research shows that there is an

increase in transverse cracking when the ratio L/  exceeds 5. 0. Further discussion is provided in
Attachment 1.
(3) For reinforced concrete slabs, a maximum joint spacing of 30 feet is recommended. Longer
slab lengths have a greater tendency to develop working mid-panel cracks caused by the rupture
of the steel reinforcement. Studies have also shown that, as the joint spacing increases above 30
feet, the rate of faulting increases and joint sealant performance decreases [4].
(4) Random joint spacings have been successfully used in plain undoweled pavements to
minimize resonant vehicle responses. When using random joint spacings, the longest slab should
be no greater than 15 feet, to reduce the potential for transverse cracking. Some States are
successfully using a spacing of 12'-15'-13'-14'. Large differences in slab lengths should be
avoided.
(5) While they do not affect joint spacing, skewed joints have been used in plain pavements to
provide a smoother ride. A skew of 2 feet in 12 feet is recommended, with the skew placed so
that the inside wheel crosses the joint ahead of the outside wheel. Only one wheel crosses the
joint at a time, which minimizes vehicle response and decreases stresses within the slab. Skewed
joints are most commonly used when load transfer devices are not present. While skewed joints
may be used in conjunction with load transfer devices, studies have not substantiated that
skewing doweled joints improves pavement performance and are not recommended. Dowels in
skewed joints must be placed parallel to the roadway and not perpendicular to the joints.

b. Load Transfer Across the Joint. Loads applied by traffic must be effectively transferred from one slab
to the next in order to minimize vertical deflections at the joint. Reduced deflections decrease the
potential for pumping of the base/subbase material and faulting. The two principal methods used to
develop load transfer across a joint are: aggregate interlock; and load transfer devices, such as dowel
bars. It is recommended that dowel bars be used.

(1) Aggregate Interlock. Aggregate interlock is achieved through shearing friction at the irregular
faces of the crack that forms beneath the saw cut. Climate, and aggregate hardness have an
impact on load transfer efficiency. It can be improved by using aggregate that is large, angular,
and durable. Stabilized bases have also been shown to improve load transfer efficiency [14].
However, the efficiency of aggregate interlock decreases rapidly with increased crack width and
the frequent application of heavy loads to the point that pavement performance may be affected.
Therefore, it is recommended that aggregate interlock for load transfer be considered only on
local roads and streets which carry a low volume of heavy trucks.
(2) Dowel Bars. Dowel bars should be used on all routes carrying more than a low volume of
heavy trucks. The purpose of dowels is to transfer loads across a joint without restricting joint
movement due to thermal contraction and expansion of the concrete. Studies have shown that
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larger dowels are more effective in transferring loads and in reducing faulting. It is recommended
that the minimum dowel diameter be D/8, where D is the thickness of the pavement. However,
the dowel diameter should not be less than 1 1/4 inches. It is also recommended that 18-inch
long dowels be used at 12-inch spacings. Dowels should be placed mid-depth in the slab. Dowels
should be corrosion-resistant to prevent dowel seizure, which causes the joint to lock up. Epoxy-
coated and stainless steel dowels have been shown to adequately prevent corrosion.

c. Joint Shape and Sealant Properties
(1) The purpose of a joint sealant is to deter the entry of water and incompressible material into
the joint and the pavement structure. It is recognized that it is not possible to construct and
maintain a watertight joint. However, the sealant should be capable of minimizing the amount of
water that enters the pavement structure, thus reducing moisture-related distresses such as
pumping and faulting. Incompressibles should be kept out of the joint. These incompressibles
prevent the joint from closing normally during slab expansion and lead to spalling and blowups.
(2) Sealant behavior has a significant influence on joint performance. High-type sealant materials,
such as silicone and preformed compression seals, are recommended for sealing all contraction,
longitudinal, and construction joints. While these materials are more expensive, they provide a
better seal and a longer service life. Careful attention should be given to the manufacturer's
recommended installation procedures. Joint preparation and sealant installation are very
important to the successful performance of the joint. It is therefore strongly recommended that
particular attention be given to both the construction of the joint and installation of the sealant
material.
(3) When using silicone sealants, a minimum shape factor (ratio of sealant depth to width) of 1:2
is recommended. The maximum shape factor should not exceed 1:1. For best results, the
minimum width of the sealant should be 3/8 inch. The surface of the sealant should be recessed
1/4 to 3/8 inch below the pavement surface to prevent abrasion caused by traffic. The use of a
backer rod is necessary to provide the proper shape factor and to prevent the sealant from
bonding to the bottom of the joint reservoir. This backer rod should be a closed-cell polyurethane
foam rod having a diameter approximately 25 percent greater than the width of the joint to ensure
a tight fit.
(4) When using preformed compression seals, the joint should be designed so that the seal will
be in 20 to 50 percent compression at all times. The surface of the seal should be recessed 1/8 to
3/8 inch to protect it from traffic. Additional information can be obtained from FHWA Technical
Paper 89-04, "Preformed Compression Seals" [5] for PCC pavement joints. "

5. LONGITUDINAL JOINTS
a. Longitudinal joints are used to relieve warping stresses and are generally needed when slab widths

exceed 15 feet. Widths up to and including 15 feet have performed satisfactorily without a longitudinal
joint, although there is the possibility of some longitudinal cracking. Longitudinal joints should coincide
with pavement lane lines whenever possible, to improve traffic operations. The paint stripe on widened
lanes should be at 12 feet and the use of a rumble strip on the widened section is recommended.

b. Load transfer at longitudinal joints is achieved through aggregate interlock. Longitudinal joints should be
tied with tiebars to prevent lane separation and/or faulting. The tiebars should be mechanically inserted
and placed at mid-depth. When using Grade 40 steel, 5/8-inch by 30-inch or 1/2-inch by 24-inch tiebars
should be used. When using Grade 60 steel, 5/8-inch by 40-inch or 1/2-inch by 32-inch tiebars should
be used. These lengths are necessary to develop the allowable working strength of the tiebar. Tiebar
spacing will vary with the thickness of the pavement and the distance from the joint to the nearest free
edge. Recommended tiebar spacings are provided in Table 3.

Table 3 Maximum Recommended Tiebar Spacings
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c. Tiebars should not be placed within 15 inches of transverse joints. When using tiebars longer than 32
inches with skewed joints, tiebars should not be placed within 18 inches of the transverse joints.

d. The use of corrosion-resistant tiebars is recommended, as corrosion can reduce the structural adequacy
of tiebars.

e. It is recommended that longitudinal joints be sawed and sealed to deter the infiltration of surface water
into the pavement structure. A 3/8-inch wide by 1-inch deep sealant reservoir should be sufficient.

6. CONSTRUCTION JOINTS
a. Transverse Construction Joints

(1) Transverse construction joints should normally replace a planned contraction joint. However,
they should not be skewed, as satisfactory concrete placement and consolidation are difficult to
obtain. Transverse construction joints should be doweled as described in paragraph 4b(2) and
butted, as opposed to keyed. Keyed transverse joints tend to spall and are not recommended.
(2) It is recommended that transverse construction joints be sawed and sealed. The reservoir
dimensions should be the same as those used for the transverse contraction joints.

b. Longitudinal Construction Joints
(1) The decision to use keyed longitudinal construction joints should be given careful
consideration. The top of the slab above the keyway frequently fails in shear. For this reason, it is
recommended that keyways not be used when the pavement thickness is less than 10 inches. In
these cases, the tiebars should be designed to carry the load transfer.
(2) When the pavement thickness is 10 inches or more, a keyway may be used to provide the
necessary load transfer. If a keyway is to be used, the recommended dimensions are shown in
Figure 1. Keyways larger than the one shown may reduce the concrete shear strength at the joint
and result in joint failures. The keyway should be located at mid-depth of the slab to ensure
maximum strength. Tiebars are necessary when using keyways. Consideration should be given
to deleting the keyway and increasing the size and/or number of tiebars. The additional steel cost
may be more than offset by the potential savings in initial labor and future maintenance costs.

Figure 1 Recommended Keyway Dimensions
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(3) Tiebars should not be placed within 15 inches of transverse joints. When using tiebars longer
than 32 inches with skewed joints, tiebars should not be placed within 18 inches of the transverse
joints.
(4) It is essential that the tiebars be firmly anchored in the concrete. Tiebars should be either
mechanically inserted into the plastic concrete or installed as a two-part threaded tiebar and
splice coupler system. It is recommended that periodic pullout tests be conducted to ensure the
tiebars are securely anchored in the concrete. Attachment 2 describes a recommended testing
procedure for tiebars.
(5) Bending of tiebars is not encouraged. Where bending of the tiebars would be necessary, it is
recommended that a two-part threaded tiebar and splice coupler system be used in lieu of
tiebars. If tiebars must be bent and later straightened during construction, Grade 40 steel should
be used, as it better tolerates the bending. It may be necessary to reapply a corrosion-resistant
coating to the tiebars after they have been straightened. When pullout tests are performed, they
should be conducted after the tiebars have been straightened.
(6) It is recommended that longitudinal construction joints be sawed and sealed. The reservoir
dimensions should be the same as those used for the longitudinal joints.

7. EXPANSION JOINTS
a. Good design and maintenance of contraction joints have virtually eliminated the need for expansion

joints, except at fixed objects such as structures. When expansion joints are used, the pavement moves
to close the unrestrained expansion joint over a period of a few years. As this happens, several of the
adjoining contraction joints may open, effectively destroying their seals and aggregate interlock.

b. The width of an expansion joint is typically 3/4 inch or more. Filler material is commonly placed 3/4 to 1
inch below the slab surface to allow space for sealing material. Smooth dowels are the most widely used
method of transferring load across expansion joints. Expansion joint dowels are specially fabricated with
a cap on one end of each dowel that creates a void in the slab to accommodate the dowel as the
adjacent slab closes the expansion joint, as shown in Figure 2.

Figure 2 Expansion Joint Detail
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c. Pressure relief joints are intended to serve the same purpose as expansion joints, except that they are
installed after initial construction to relieve pressure against structures and to alleviate potential
pavement blowups. Pressure relief joints are not recommended for routine installations. However, they
may be appropriate to relieve imminent structure damage or under conditions where excessive
compressive stresses exist. Additional information can be obtained from the FHWA Pavement
Rehabilitation Manual, Chapter 9.

8. 8. JOINT CONSTRUCTION
a. Concrete Placement

(1) A prepaving conference should be considered on all major paving projects. This conference
should include the project engineer and the paving contractor and should discuss methods for
accomplishing all phases of the paving operation. The need for attention to detail cannot be
overstated.
(2) When using dowel baskets, the baskets should be checked prior to placing the concrete to
ensure that the dowels are properly aligned and that the dowel basket is securely anchored in the
base. It is recommended that dowel baskets be secured to the base with steel stakes having a
minimum diameter of 0. 3 inch. These stakes should be embedded into the base a minimum
depth of 4 inches for stabilized dense bases, 6 inches for treated permeable bases, and 10
inches for untreated permeable bases, aggregate bases, or natural subgrade. A minimum of 8
stakes per basket is recommended. All temporary spacer wires extending across the joint should
be removed from the basket. Securing the steel stakes to the top of the dowel basket, as
opposed to the bottom, should stabilize the dowel basket once these spacer wires are removed.
(3) Dowels should be lightly coated with grease or other substance over their entire length to
prevent bonding of the dowel to the concrete. This coating may be eliminated in the vicinity of the
welded end if the dowel is to be coated prior to being welded to the basket. The traditional
practice of coating only one-half of the dowel has frequently resulted in problems, primarily
caused by insufficient greasing and/or dowel misalignment. The dowel must be free to slide in the
concrete so that the two pavement slabs move independently, thus preventing excessive
pavement stresses. Only a thin coating should be used, as a thick coating may result in large
voids in the concrete around the dowels.
(4) The placement of concrete at construction joints is particularly critical. Therefore, care must
be taken to ensure that only quality concrete is used in their construction; i. e. , do not use the
first concrete down the chute, nor the "roll" from the screed to construct this type of joint. The
concrete used to construct these joints should be the same as for the remainder of the slab. The
practice of modifying the mix at the joints is not recommended.
(5) Careful and sufficient consolidation of the concrete in the area of the joints is essential to good
joint performance. Load transfer across a doweled joint is greatly affected by the quality of
concrete consolidation around the dowels. Consolidation also has a direct relationship to
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concrete strength and durability. Concrete strength, in turn, has a significant effect on the amount
of spalling that occurs at the joint.
(6) The placement of dowels should be carefully verified soon after paving begins. If specified
tolerances are not being achieved, then an evaluation of the dowel installation, concrete mix
design, and placement techniques must be made. Appropriate corrections should be made to the
paving process to ensure proper alignment of the load transfer devices.
(7) When paving full-depth full-width, a mechanical prespreader and finishing machine in the
paving train can be used to reduce drag and shear forces on the dowels.
(8) In cases where separate concrete placement is made adjacent to previously placed concrete,
i. e. , truck climbing lanes or concrete shoulders being placed after mainline pavement, it is
important that incompressibles do not enter the previously sawed transverse joint reservoir or
crack that typically forms below the transverse joint reservoir. It is recommended that backer rod,
tape, or other material be placed on the vertical face of the transverse joint at the edge of the
pavement to prevent mortar from intruding into the existing joint. Failure to keep incompressibles
out could prevent the joint from closing normally during slab expansion and may lead to
delaminations near the edge of the previously placed concrete.

b. Sawing
(1) It is recommended that all joints be sawed. The sawing of transverse contraction and
longitudinal joints should be a two-phase operation. The initial sawing is intended to cause the
pavement to crack at the intended joint. It should be made to the required depth, as described
later, with a 1/8-inch wide blade. The second sawing provides the necessary shape factor for the
sealant material. This second sawcut can be made any time prior to the sealant installation.
However, the later the sealant reservoir is made, the better the condition of the joint face. Both
sawcuts should be periodically checked to ensure proper depth, as saw blades tend to wear, as
well as ride up when hard aggregate is encountered. Periodic measurement of blade diameter is
an excellent method to monitor random blade wear, particularly when using gang saws.
(2) Time of initial sawing, both in the transverse and longitudinal directions, is critical in preventing
uncontrolled shrinkage cracking. It is very important that sawing begin as soon as the concrete is
strong enough to both support the sawing equipment and to prevent raveling during the sawing
operation. All joints should be sawed within 12 hours of concrete placement. The sawing of
concrete constructed on stabilized base must be sawed earlier. This is particularly critical during
hot weather. Once sawing begins, it should be a continuous operation and should only be
stopped if raveling begins to occur.
(3) For transverse contraction joints, an initial sawcut of D/3 is recommended, particularly for
pavements with a thickness greater than 10 inches. In no case should the sawcut depth be less
than D/4. Transverse contraction joints should be initially sawed in succession. Skip sawing is not
recommended, as this practice results in a wide range of crack widths that form beneath the
sawed joints. These varied crack widths affect the shape factors and may cause excessive
sealant stresses in those joints initially sawed. The dimensions of the final sawing should be
dependent upon the sealant type and the anticipated longitudinal slab movement.
(4) For longitudinal joints, a minimum initial sawcut depth of D/3 is recommended to ensure
cracking at the joint. The maximum sawcut depth should be such that the tiebars are not
damaged. A final sawing that provides a 3/8-inch wide by 1-inch deep sealant reservoir should be
sufficient.
(5) When a lengthy period is anticipated between the initial sawing of the joint and the final
sawing and sealing, consideration should be given to filling the joint with a temporary filler. This
filler material should keep incompressibles out of the joint and reduce the potential for spalling.
(6) The use of plastic inserts is not recommended. Although a few States have had success with
these inserts, most States no longer allow their use. Improper placement of plastic inserts has
been identified as a cause of random longitudinal cracking [2]. It is also very difficult to seal the
joint formed by these inserts.

/S/ 
Anthony R. Kane 
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DESIGN OF SLAB LENGTH

Studies have shown that pavement thickness, base stiffness, and climate affect the maximum anticipated joint spacing
beyond which transverse cracking can be expected [2]. Research indicates that there is a general relationship
between the ratio of slab length (L) to the radius of relative stiffness (_) and transverse cracking. The radius of relative
stiffness is a term defined by Westergaard to quantify the relationship between the stiffness of the foundation and the
flexural stiffness of the slab. The radius of relative stiffness has a lineal dimension and is determined by the following
equation:

 = [Eh3/12k(1-µ2) ]0. 25

where

 = radius of relative stiffness (in. )
E = concrete modulus of elasticity (psi.)
h = pavement thickness (in. )
µ = Poisson's ratio of the pavement
k = modulus of subgrade reaction (pci.)

Research data indicates that there is an increase in transverse cracking when the ratio L/  exceeds 5. 0. Using the

criteria of a maximum L/  ratio of 5. 0, the allowable joint spacing would increase with increased slab thickness, but
decrease with increased (stiffer) foundation support conditions. The relationship between slab length, slab thickness,

and foundation support for a L/  ratio of 5. 0 is shown below.

Attachment 1: Design of Slab Length
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TIEBAR PULLOUT TESTS

Proper consolidation of the concrete around the tiebars is essential to the performance of longitudinal construction
joints. Adjacent lanes should not be constructed until the project engineer has had opportunity to test the pullout
resistance of the tiebars. Acceptance of the tiebars should be based on the results of the tests for resistance to
pullout. The project engineer will select 15 tiebars from the first day's placement, after the concrete has attained a
flexural strength of 550 psi. The tiebars will be tested to 12,000 lbs. or to a slippage of 1/32 inch, whichever occurs
first. The average of the results of these pullout tests, divided by the spacing of the tiebars, will be used to determine
the pullout resistance in lbs. per linear foot.

If the test results on the first day's placement are well within the test requirements shown below, additional testing will
be at the discretion of the project engineer and will be based on comparison of the installation methods and spacings
of the first day's placement with subsequent placements.

If the results of the pullout tests are less than the minimum requirements specified for the width of concrete being tied,
the contractor shall install additional tiebars to provide the minimum average pullout resistance required, as directed
by the project engineer. Testing of the supplemental tiebars will be at the discretion of the Engineer.

Tiebars shall be installed by methods and procedures such that the tiebars will develop the minimum average pullout
resistance specified without any slippage exceeding 1/32 inch in accordance with the following table:

Tied Width of Pavement (Distance from Joint Being
Constructed to Nearest Free Edge)

Average Pullout Resistance of Tiebars, lbs. /L.
F. of joint, minimum.

12 feet or less 2200

Over 12 feet to 17 feet 3200

Over 17 feet to 24 feet 4500

Over 24 feet to 28 feet 5200
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Tied Width of Pavement (Distance from Joint Being
Constructed to Nearest Free Edge)

Average Pullout Resistance of Tiebars, lbs. /L.
F. of joint, minimum.

Over 28 feet to 36 feet 6800

Over 36 feet 9000
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STATE
TRANSVERSE CONTRACTION 
JOINT SAWCUT DEPTH

AL T/3
AR T/3
AZ T/3
CA T/3
CO T/3
DE T/3
FL T/4 - T/3 (no explanation given)
GA Varies between 0.27T and 0.3T
IA T/3 ± 1/4"
ID T/3
IL T/3
IN T/3
KS T/3 ± 1/4"
MD T/3
MI T/3 for T ≥ 7"
MN T/4, T/3 for overlays
MS T/3
MO T/3
MT T/3
NE T/3
NV T/4
NJ T/3
NY T/3
NC 0.3T ± 1/4" or 4" min.
ND T/3 doweled T/4 non-doweled
OH T/4
OK T/3
OR T/4
SC T/4
TN T/3
TX T/3
UT T/3
WI T/3
WY T/4 ≤ 10"   T/3>10"
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5-01.3.GR5 Attach #5.5 1 

Construction Requirements 2 
 3 
5-01.3(5).GR5 4 

Partial Depth Spall Repair 5 
 6 
5-01.3(5).INST1.GR5 7 

Section 5-01.3(5) is revised to read: 8 
 9 
5-01.3(5).OPT1.GR5 10 

(January 7, 2019) 11 
Partial Spall Depth Repair 12 
This work consists of repairing partial depth spalls using either epoxy concrete or 13 
polyester concrete. 14 
 15 

Partial Spall Depth Repair – Epoxy Concrete 16 
Manufacturer’s Technical Representative 17 
The Contractor shall have the services of a qualified epoxy resin binder 18 
manufacturer's technical representative physically present at the job site 19 
during the first shift of epoxy concrete placement. The manufacturer’s 20 
technical representative shall assist the Contractor in training the 21 
Contractor’s personnel and providing technical assistance in preparing the 22 
concrete surface, applying primer, and mixing, placing, and curing the 23 
epoxy concrete. If the epoxy concrete Work is unsatisfactory, or additional 24 
training or technical assistance is needed the Contractor shall have the 25 
services of the manufacturer’s at the job site for additional time as deemed 26 
necessary by the Engineer. 27 
 28 
Mix Design 29 
Epoxy concrete shall be composed of epoxy resin binder and aggregate.  30 
The Contractor shall prepare and submit a Type 1 Working Drawing 31 
consisting of the epoxy concrete mix proportions and mixing procedure. 32 
The epoxy resin binder in the epoxy concrete shall be between 11 to 13 33 
percent by weight of the dry aggregate.  The mix design shall include the 34 
proportion of epoxy resin binder as a percentage of the dry weight of 35 
aggregate, the approximate set time and the time for opening to traffic for 36 
the temperature ranges expected during epoxy concrete placement. 37 
 38 
Delivery and Storage of Materials 39 
All materials shall be delivered in their original containers bearing the 40 
manufacturer's label, specifying date of manufacturing, batch number, 41 
trade name brand, and quantity. Each shipment shall be accompanied by 42 
a Safety Data Sheet (SDS) for each component of the resin binder. 43 
 44 
The material shall be stored in accordance with the manufacturer’s 45 
recommendations. 46 
 47 
Surface Preparation 48 
Removal of the existing pavement shall not damage any pavement to be 49 
left in place. Any existing pavement that is to remain that has been 50 
damaged shall be repaired at no additional expense to the Contracting 51 



Agency. If jackhammers are used for removing pavement, they shall not 1 
weigh more than 30 pounds, and chipping hammers shall not weigh more 2 
than 15 pounds. All power driven hand tools used for the removal of 3 
pavement shall be operated at angles less than 45 degrees as measured 4 
from the surface of the pavement to the tool. The patch limits shall extend 5 
beyond the spalled area a minimum of 3 inches. Repair areas shall be 6 
kept square or rectangular. Repair areas that are within 12 inches of 7 
another repair area shall be combined. 8 
 9 
A vertical cut shall be made to a minimum depth of 2 inches around the 10 
perimeter to be patched as marked by the Engineer. The Contractor shall 11 
remove material within the perimeter of the saw cut to a depth of 2 inches, 12 
or to sound concrete as determined by the Engineer. 13 
 14 
The concrete surfaces shall be prepared by removing all material which 15 
may act as a bond breaker between the surface and the epoxy concrete. 16 
The surfaces to receive the epoxy concrete shall be abrasive blasted and 17 
all loose material removed. All abrasive blasting residue shall be removed 18 
using dry oil-free air. 19 
 20 
Spall repair shall not be done in areas where dowel bars are encountered. 21 
 22 
When a partial depth repair is placed directly against an adjacent 23 
longitudinal joint, a bond-breaking material such as polyethylene film, 24 
roofing paper, or other material as accepted by the Engineer shall be 25 
placed between the existing concrete and the area to be patched. 26 
 27 
Working transverse joints or cracks adjacent to or within the repair area 28 
require placement of a compressible insert.  The new joint or crack shall 29 
be formed to the same width as the existing joint or crack. The 30 
compressible joint material shall be placed into the existing joint 1 inch 31 
below the depth of repair. The compressible insert shall extend at least 3 32 
inches beyond each end of the patch boundaries. 33 
 34 
Patches that abut the Lane/Shoulder joint require placement of a formed 35 
edge, along the slab edge, even with the surface. 36 
 37 
If the concrete surfaces become contaminated, the contaminated areas 38 
shall be re-cleaned. 39 
 40 
Precautions shall be taken to ensure that no dust or debris leaves the 41 
roadway and that all traffic is protected from rebound and dust.  42 
Appropriate shielding shall be provided as required at no additional cost to 43 
the Contracting Agency. The Contractor shall reseal all joints in 44 
accordance with Section 5-05.3(8)B. 45 
 46 
Application of Prime Coat 47 
Application of the prime coat and the epoxy concrete shall not begin if rain 48 
is forecast within 12-hours of completion of the Work.  The area receiving 49 
the prime coat shall be dry and had no rain within the past 12 hours.  50 
Immediately prior to applying the prime coat, loose material shall be 51 



removed using oil and moisture free compressed air.  The concrete 1 
surface shall be between 40°F and 100°F when applying the prime coat. 2 
 3 
Immediately before placing epoxy concrete, the prepared concrete surface 4 
shall be given a prime coat consisting of one coat of the epoxy resin 5 
binder. 6 
 7 
The prime coat shall be worked into the concrete in a manner to assure 8 
complete coverage of the area receiving epoxy concrete. 9 
 10 
If the primed surface becomes contaminated, the contaminated area shall 11 
be cleaned and re-primed. 12 
 13 
The prime coat shall not be allowed to run into drainage structures, joints 14 
or working cracks. 15 
 16 
Mixing Components 17 
The components of the epoxy resin binder shall be thoroughly blended 18 
just prior to mixing with the aggregate. The epoxy concrete shall be 19 
thoroughly mixed prior to placing. 20 
 21 
The Contractor shall prevent any cleaning chemicals from reaching the 22 
epoxy concrete mix during the mixing operations. 23 
 24 
Epoxy Concrete Placement 25 
Under no circumstances shall any epoxy resin or epoxy concrete be 26 
allowed to run into drainage structures, joints or working cracks. 27 
 28 
The epoxy concrete shall be placed on the liquid prime coat and 29 
consolidated in accordance with the manufacturer’s recommendations. 30 
 31 
Finished Epoxy Concrete Surface 32 
All repair areas shall be struck off level with the adjacent concrete.  Forms 33 
shall be coated with suitable bond release agent to permit ready release of 34 
forms. 35 
 36 
Sand for abrasive finish shall be broadcast onto surface to uniformly cover 37 
any smooth or glossy areas immediately after finishing and before resin 38 
gelling occurs. The completed surface shall be free of any smooth or 39 
glossy areas. After the epoxy concrete has cured any smooth or glossy 40 
areas shall be repaired by the Contractor in the manner recommended by 41 
the System Provider and approved by the Engineer at no additional cost. 42 
The surface texture of epoxy concrete shall be uniform and impervious to 43 
moisture. 44 
 45 
Curing 46 
The epoxy concrete shall be cured in accordance with the manufacturer’s 47 
recommendations.  The Contractor shall measure the compressive 48 
strength of the cured epoxy concrete with a rebound hammer in 49 
accordance with ASTM C 805. Traffic and equipment shall not be 50 
permitted on the epoxy concrete until it achieves a compressive strength 51 



of 2,500 psi based on the rebound hammer manufactures correlation of 1 
rebound number to compressive strength for the rebound hammer used. 2 
 3 

Partial Spall Depth Repair – Polyester Concrete 4 
Manufacturer’s Technical Representative 5 
The Contractor shall have the services of a qualified polyester concrete 6 
manufacturer's technical representative physically present at the job site 7 
during the first shift of polyester concrete placement. The manufacturer’s 8 
technical representative shall assist the Contractor in training the 9 
Contractor’s personnel and providing technical assistance in preparing the 10 
concrete surface, applying primer, and mixing, placing, and curing the 11 
polyester concrete. If the polyester concrete Work is unsatisfactory, or 12 
additional training or technical assistance is needed the Contractor shall 13 
have the services of the manufacturer’s at the job site for additional time 14 
as deemed necessary by the Engineer to correct the deficiency. 15 
 16 
Mix Design 17 
Polyester concrete shall be composed of a polyester resin binder and 18 
aggregate.  The Contractor shall prepare and submit a Type 1 Working 19 
Drawing consisting of the polyester concrete mix proportions and mixing 20 
procedure. The polyester resin binder in the polyester concrete shall be 21 
between 11 to 13 percent by weight of the dry aggregate.  The mix design 22 
shall include the proportion of polyester resin binder as a percentage of 23 
the dry weight of aggregate, the approximate set time and time for 24 
opening to traffic for the temperature ranges expected during polyester 25 
concrete placement. 26 
 27 
Delivery and Storage of Materials 28 
All materials shall be delivered in their original containers bearing the 29 
manufacturer's label, specifying date of manufacturing, batch number, 30 
trade name brand, and quantity. Each shipment shall be accompanied by 31 
a Safety Data Sheet (SDS) for each component of the resin binder. 32 
 33 
The material shall be stored in accordance with the manufacturer’s 34 
recommendations. 35 
 36 
Surface Preparation 37 
Removal of the existing pavement shall not damage any pavement to be 38 
left in place. Any existing pavement that is to remain that has been 39 
damaged shall be repaired at no additional expense to the Contracting 40 
Agency. If jackhammers are used for removing pavement, they shall not 41 
weigh more than 30 pounds, and chipping hammers shall not weigh more 42 
than 15 pounds. All power driven hand tools used for the removal of 43 
pavement shall be operated at angles less than 45 degrees as measured 44 
from the surface of the pavement to the tool. The patch limits shall extend 45 
beyond the spalled area a minimum of 3 inches. Repair areas shall be 46 
kept square or rectangular. Repair areas that are within 12 inches of 47 
another repair area shall be combined. 48 
 49 
A vertical cut shall be made to a minimum depth of 2 inches around the 50 
perimeter to be patched as marked by the Engineer. The Contractor shall 51 



remove material within the perimeter of the saw cut to a depth of 2 inches, 1 
or to sound concrete as determined by the Project Engineer. 2 
 3 
The concrete surfaces shall be prepared by removing all material which 4 
may act as a bond breaker between the surface and the polyester 5 
concrete. The surfaces to receive the polyester concrete shall be abrasive 6 
blasted and all loose material removed. All abrasive blasting residue shall 7 
be removed using dry oil-free air. 8 
 9 
Spall repair shall not be done in areas where dowel bars are encountered. 10 
 11 
When a partial depth repair is placed directly against an adjacent 12 
longitudinal joint, a bond-breaking material such as polyethylene film, 13 
roofing paper, or other material as accepted by the Engineer shall be 14 
placed between the existing concrete and the area to be patched. 15 
 16 
Working transverse joints or cracks adjacent to or within the repair area 17 
require placement of a compressible insert. The new joint or crack shall be 18 
formed to the same width as the existing joint or crack.  The compressible 19 
joint material shall be placed into the existing joint 1 inch below the depth 20 
of repair. The compressible insert shall extend at least 3 inches beyond 21 
each end of the patch boundaries. 22 
 23 
Patches that abut the Lane/Shoulder joint require placement of a formed 24 
edge, along the slab edge, even with the surface. 25 
 26 
If the concrete surfaces become contaminated, the contaminated areas 27 
shall be re-cleaned by abrasive blasting at the Contractor's expense. 28 
 29 
Precautions shall be taken to ensure that no dust or debris leaves the 30 
roadway and that all traffic is protected from rebound and dust. 31 
Appropriate shielding shall be provided as required at no additional cost to 32 
the Contracting Agency. The Contractor shall reseal all joints in 33 
accordance with Section 5-05.3(8)B. 34 
 35 
Application of Prime Coat 36 
Application of the prime coat and the polyester concrete shall not begin if 37 
rain is forecast within 12-hours of completion of the Work.  The area 38 
receiving the prime coat shall be dry and had no rain within the past 12 39 
hours.  Immediately prior to applying the prime coat, loose material shall 40 
be removed using oil and moisture free compressed air. 41 
 42 
The concrete surface shall be between 40°F and 100°F when applying the 43 
prime coat. 44 
 45 
The Contractor shall apply a prime coat consisting of one coat of 46 
promoted/initiated wax-free HMWM resin to the prepared concrete and 47 
steel surfaces immediately before placing the polyester concrete. 48 
 49 
The prime coat shall be worked into the concrete in a manner to assure 50 
complete coverage of the area receiving polyester concrete. 51 
 52 



If the primed surface becomes contaminated, the contaminated area shall 1 
be cleaned and re-primed. 2 
 3 
The prime coat shall not be allowed to run into drainage structures, joints 4 
or working cracks. 5 
 6 
Mixing Components 7 
The components of the polyester resin binder shall be thoroughly blended 8 
just prior to mixing with the aggregate. The polyester concrete shall be 9 
thoroughly mixed prior to placing. 10 
 11 
The Contractor shall prevent any cleaning chemicals from reaching the 12 
polyester concrete mix during the mixing operations. 13 
 14 
Polyester Concrete Placement 15 
Under no circumstances shall any polyester resin or polyester concrete be 16 
allowed to run into drainage structures, joints or working cracks. 17 
 18 
Place polyester concrete within two hours of placing the HMWM prime 19 
coat. 20 
 21 
Polyester concrete shall be placed within 15 minutes following initiation. 22 
Polyester concrete that is not placed within this time shall be discarded. 23 
 24 
The surface temperature of the area receiving the polyester concrete shall 25 
be the same as specified above for the HMWM prime coat. 26 
 27 
The polyester concrete shall be consolidated in accordance with the 28 
manufacturer’s recommendations. 29 
 30 
Finished Polyester Concrete Surface 31 
All repair areas shall be struck off level with the adjacent concrete. Forms 32 
shall be coated with suitable bond release agent to permit ready release of 33 
forms. 34 
 35 
Sand for abrasive finish shall be broadcast onto surface to uniformly cover 36 
any smooth or glossy areas immediately after finishing and before resin 37 
gelling occurs. The completed surface shall be free of any smooth or 38 
glossy areas. After the polyester concrete has cured, any smooth or 39 
glossy areas shall be repaired by the Contractor in the manner 40 
recommended by the System Provider and approved by the Engineer at 41 
no additional cost. The surface texture of polyester concrete shall be 42 
uniform and impervious to moisture. 43 
 44 
Curing 45 
The polyester concrete shall be cured in accordance with the 46 
manufacturer’s recommendations.  The Contractor shall measure the 47 
compressive strength of the cured polyester concrete with a rebound 48 
hammer in accordance with ASTM C 805. Traffic and equipment shall not 49 
be permitted on the polyester concrete until it achieves a compressive 50 
strength of 2,500 psi based on the rebound hammer manufactures 51 



correlation of rebound number to compressive strength for the rebound 1 
hammer used. 2 
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